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Abstract 

Temperature-sensitive polymers or “smart” polymers are materials that undergo 

phase separation initiated by temperature change. Some of these polymers possess phase 

separation temperatures close to human body temperature (37 °C), thus offering a wide range 

of potential applications in controlled drug release or gene delivery systems, bioseparations, 

tissue engineering, etc. Of the polymers with a phase separation temperature close to 37 °C, 

poly(N-isopropylacrylamide) (PNIPAM) and poly(vinyl methyl ether) (PVME) are perhaps 

the most important and were selected as the subjects of this study. In this work, these two 

polymers have been examined in the presence of low molecular weight additives, and their 

colloidal stability evaluated using 1H NMR (nuclear magnetic resonance) and time-resolved 
1H NMR spin-spin relaxation time T2 experiments. An improved model of the two 

exchangeable states was applied for a more detailed characterization of the phase separation 

process. The main focus of this study was to determine the influence of additives on the phase 

separation behavior of the polymers (phase separation temperature, width of transition, 

maximum number of polymer chains participating in phase separation), reversibility of the 

phase separation, dynamics of solvent molecules (water and additive), interactions between 

solvent molecules, additives and polymer chains. Another objective of this thesis was to 

perform a thorough characterisation of temperature-sensitive porphyrin-PNIPAM conjugates 

by a variety of physico-chemical methods. Thermodynamic parameters associated with the 

phase separation phenomenon were obtained by NMR spectroscopy and compared with data 

obtained by differential scanning calorimetry. Phase diagrams based on Flory-Huggins theory 

were constructed and the influence of the concentration and length of the polymer chain on 

phase separation was evaluated. Small angle X-ray scattering (SAXS) provided information 

about the internal structure of aggregated, phase-separated, and protonated structures of the 

conjugates. Protonation occurring in the porphyrin-PNIPAM conjugates was studied by UV-

Vis spectrophotometry, SAXS, NMR, and dynamic light scattering (DLS). During the 

protonation process, the colour of the conjugate solutions changes from red to green, 

accompanied by a change in geometry of the porphyrin core. The colour change is fully 

reversible and can be used as a visual indicator for sensing applications. Additionally, a co-

nonsolvency effect was observed for the conjugates and was studied by NMR, DLS and 

optical microscope.  

Keywords: PVME, PNIPAM, porphyrin−PNIPAM, phase separation, co-nonsolvency, pH 

responsiveness, 1H NMR, T2 spin−spin relaxation time.   
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Abstrakt 

Teplotně-citlivé neboli “chytré” polymery jsou materiály, které procházejí fázovou 

separací při aplikaci vnějších podnětů, zde teploty Některé z těchto polymerů mají kritickou 

teplotu fázové separace blízkou fyziologické teplotě lidského těla (37 °C), což nabízí širokou 

škálu potenciálních aplikací v systémech řízeného uvolňování léčiv nebo systémech pro 

přenos genů, bioseparace, tkáňového inženýrství atd. Mezi polymery s teplotou fázové 

separace blízkou 37 °C byly pro bližší studium vybrány poly (N-isopropylakrylamid) 

(PNIPAM ) a poly (vinylmethylether) (PVME). Tyto dva polymery byly zkoumány v 

přítomnosti nízkomolekulárních přiměsí a jejich koloidní stabilita byla hodnocena hlavně 

pomocí 1H NMR spektroskopie vysokého rozlišení a časově rozlišených 1H NMR spin-

spinových relaxačních experimentů. Pro podrobnější charakterizaci fázové separace byl 

použit vylepšený dvoustavový model. Hlavní důraz byl kladen na vliv příměsí na chování 

polymerů během fázové separace (teplota fázového přechodu, šířka přechodu, maximální 

počet polymerních řetězců, které se účastní fázové separace), reverzibilita fázové separace, a 

dále byla sledována dynamika molekul rozpouštědla (vody) a příměsi, interakce mezi 

molekulami rozpouštědla, příměsi a polymerních řetězců. Dalším cílem této práce byla 

důkladná charakterizace teplotně-citlivých konjugátů PNIPAMu a porfyrinem různými 

fyzikálně-chemickými metodami. Termodynamické parametry spojené s jevem fázové 

separace byly získány NMR spektroskopií a porovnány s daty z diferenciální skenovací 

kalorimetrie. Byly zkonstruovány fázové diagramy odvozené z Flory-Hugginsovi teorie. Byl 

charakterizován vliv koncentrace a délky polymerního řetězce na fázovou separaci. 

Maloúhlový rozptyl rentgenového záření (SAXS) poskytl informace o vnitřní struktuře 

agregátů, fázově separovaných a protonovaných struktur konjugátu porfyrin-PNIPAM. Jev 

protonace, který se vyskytuje u konjugátů porfyrin-PNIPAM byl studován pomocí UV-Vis 

spektrofotometrie, SAXS, NMR a dynamického rozptylu světla (DLS). Během procesu 

protonace se barva roztoku konjugátu změnila z červené na zelenou, což je doprovázeno i 

změnou geometrie porfyrinového jádra. Změna barvy související s procesem protonace je 

plně reverzibilní a tento konjugát může být použit jako kolorimetrický senzor. Rovněž byl u 

konjugátů pozorován co-nonsolvency efekt který byl studován pomocí NMR, DLS a 

optického mikroskopu. 

Klíčová slova: PVME, PNIPAM, porfyrin−PNIPAM, fázová separace, co-

nonsolvency efekt, pH citlivost, 1H NMR, T2 spin-spinový relaxační čas.   
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Introduction  

 

1.1 Temperature-sensitive polymers and the phase separation phenomenon 

 

Stimuli-responsive, so-called “smart” or “intelligent” polymers are materials that 

change their behavior according to an external stimuli.1 These stimuli can be categorized as 

physical, chemical, or biochemical. Physical stimuli include variation in solution temperature, 

application of electric or magnetic field, mechanical forces, ultrasound or light irradiation.2,3 

Chemical stimuli include variation in pH or ionic strength or addition of chemical agents such 

as salts and metals.3,4 Biochemical stimuli are associated with the addition of bioactive 

compounds, like enzymes, proteins, amino acids, antigen/antibodies, polysaccharides.5 

Temperature-sensitive polymers are environmentally-responsive materials which 

compose a class of “smart” polymers, as they undergo a solubility transition under the 

influence of an external stimulus, herein temperature.2 In aqueous solutions, the solubility 

variation in temperature-sensitive polymers is also known as a phase separation phenomenon. 

The molecular mechanism behind reversible phase separation corresponds to a coil–globule 

transition2,6 during which hydrated polymer chains with expanded coil conformations collapse 

to fairly compact globular-like structures.7,8 In other words, a binary polymer-solvent mixture 

undergoes a temperature-induced phase separation from a one-phase system (i.e. fully mixed) 

to a two-phase system (i.e. aggregated and separated).9,10 When phase separation of a polymer 

solution occurs with increasing temperature, the polymer solution exhibits so-called lower 

critical solution temperature (LCST) behaviour. LCST is the minimum temperature below 

which a polymer-solvent mixture is miscible at all concentrations (Figure 1.1). On the other 

hand, a phase separation occurring with decreasing temperature is called upper critical 

solution temperature (UCST) behaviour.12 UCST is the maximum temperature above which a 

polymer solution forms a single phase stable state. LCST and UCST are critical points lying 

at the intersections of binodal and spinodal curves (Figure 1.1). UCST and LCST 

temperatures for certain polymers in aqueous media are basic parameters important for the 

design and development of polymeric systems with practical applications.9,11,12 
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Figure 1.1. Schematic phase diagram of temperature vs. composition including both LCST 

and UCST behaviour for polymer binary solution. 

 

Numerous non-ionic water-soluble temperature-sensitive polymers (e.g. families of 

N-substituted poly[(meth)acrylamide]s, poly(ether)s, poly(oxazoline)s) show an LCST type 

phase separation.10,12-14 These polymers typically contain both hydrophobic (e.g. vinyl 

backbone, methyl groups) and hydrophilic groups (e.g. ether, carbonyl, or amide groups) and 

thus are amphiphilic in nature.12 The dissolution of non-ionic polymer in water leads to the 

formation of hydrogen bonds between water molecules and hydrophilic polymer groups. At 

the same time, a water cage is formed around the respective hydrophobic groups being 

supported by the formation of new hydrogen bonds between water-water molecules 

surrounding the polymer chains.15 UCST or LCST is a temperature when balance is shifted 

towards polymer-polymer hydrophobic groups interactions which leads to phase separation of 

the polymer from the medium. The balance of these interactions then could be described using 

thermodynamic approach. 

From a thermodynamic point of view the free energy change of a system can be 

represented by the Gibbs equation15: 

∆𝐺𝐺 = ∆𝐻𝐻 − 𝑇𝑇∆𝑆𝑆,     (1) 
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where ΔG is the Gibbs free energy change, ΔH is enthalpy change and ΔS is entropy change 

connected with the phase separation process.  

The process of phase separation becomes energetically favourable when the entropic 

term predominates over the enthalpic term.16 Temperature elevation causes an increase in 

entropy of water molecules, which becomes large enough to provoke spontaneous association 

of hydrophobic polymer groups present on polymer chains. The collapse of the individual 

polymer chains is called a microphase separation, while visible aggregation of the polymer in 

solution is called a macrophase separation.9 Also, it is worth mentioning that while LCST 

behaviour of a temperature-sensitive polymer is a process driven by entropy, UCST behaviour 

is a process driven by enthalpy.11,16 For example a schematic depiction of the coil–globule 

transition and the macroscopic phase separation in a real sample are displayed in Figure 1.2. 

Reaching LCST or UCST a phase-separated system turns opaque with aggregated particle 

sizes (>20 nm) comparable with visible light wavelength and, hence, scatters light. 

 

Figure 1.2. A schematic representation of a coil–globule transition in a polymer solution and 

its macroscopic detection by a green light laser pointer (532 nm). Key: orange circles = 

polymer chains, blue circles = H atoms, violet circles = O atoms. Vials show photographs of 

aqueous poly(N-isopropyl acrylamide) solution below (left) and above the phase separation 

temperature (right). 

 

In some aqueous solutions of temperature-sensitive polymers, a hysteresis 

phenomenon is observed. This phenomenon is represented by a difference in the phase 

separation (demixing) temperature during heating and mixing temperature during cooling 

cycles. This hysteresis behaviour is attributed to limited diffusion of water molecules into 

dense globular structures (above LCST), which delay the polymer transition back to coil state 
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(below LCST).10 Presence or absence of hysteresis allows evaluating the rigidness or 

looseness, respectively, of polymer globules upon their return to coil state.  

As a result of phase separation, temperature-sensitive polymer systems can form 

well-defined self-assembled nano-organized structures, which morphologies and physico-

chemical properties can be designed as desired. Nowadays, there is a huge variety of 

polymeric structures starting from polymer nanoparticles, micelles, physically and covalently 

crosslinked hydrogels, interpenetrating networks, etc., which are used as effective carriers to 

deliver therapeutic molecules in a range of biomedical applications spanning from 

bioseparation, through tissue engineering, up to drugs and genes delivery.11,17-19 In this 

research, the formation of polymer globules and tuning of phase separation temperature for 

two homopolymers were studied for the potential biomedical purposes. 

 

1.1.1 Poly(vinyl methyl ether)  

 

The first system presented in this work is a temperature-sensitive poly(vinyl methyl 

ether) (PVME) (Figure 1.3). Depending on PVME concentration and molecular weight its 

aqueous solutions undergo the LCST-type phase separation in the temperature range 32–

40 °C.12,20 The phase separation is caused by a change of polymer-water interactions, namely 

by competition between hydrophobic and hydrogen bonding interactions.21 

Thermoresponsiveness of PVME makes it a suitable candidate for miscellaneous industrial 

and medical applications.22 

 

Figure 1.3. A chemical structure of a temperature-sensitive poly(vinyl methyl ether) (PVME). 

 

Y. Maeda and co-authors studied phase separation of PVME aqueous solution in 

both H2O and D2O using infrared spectroscopy.23 The authors indicated that hydrophobic and 
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hydrophilic parts of PVME behave differently during phase separation. Above the LCST most 

of hydrophobic methyl groups are found in a dehydrated state, whereas the ether oxygen 

groups remain only partially dehydrated. Phase separation temperature of PVME in D2O 

solution was observed higher than that in H2O solution for about 1 °C, which was attributed to 

stronger hydrogen bonding between D2O molecules and PVME than in the case of H2O. 

Maeda et al. also studied the temperature-driven phase separation of PVME in binary 

alcohol/water mixtures by micro-Raman spectroscopy.22 They found that 

solvation/dehydration of the alkyl group of PVME is governed by the hydrophobicity of the 

added alcohols in the order of methanol (MeOH) < ethanol (EtOH) < 2-propanol (2-PrOH) < 

tert-butanol (t-BuOH). Interestingly, the co-nonsolvency effect was observed in the case of 2-

PrOH and t-BuOH in the range ca. 0.10-0.30 weight fraction of the alcohol in the ternary 

mixtures. The co-nonsolvency effect is discussed in detail in the part 1.1.2. Furthermore, the 

co-nonsolvency effect was also observed for PVME in water/1-propanol (PrOH) mixtures.24 

An addition of PrOH to PVME aqueous solutions promotes a rapid decrease in the difference 

between the surface tension of PVME and PrOH aqueous solution. This effect is well 

pronounced when the PrOH weight fraction exceeds 0.1 and surface behaviour changes from 

adsorption to depletion. It follows that with an increase of additive hydrophobicity the phase 

separation temperature of PVME decreases (considering the same concentration of additive) 

in the following order MeOH < EtOH < 2-PrOH < t-BuOH. 

Additionally, Maeda et al. explored the influence of tetraalkylammonium ions on 

phase separation of PVME.25 They observed an increase of a phase separation temperature in 

the order of methyl < ethyl < n-propyl < n-butyl ions addition, which is opposite to the effect 

observed by the addition of alcohol solvents. The authors suggested that it is because a 

positive charge of tetraalkylammonium ions is located at the surface of the complex, which 

increases the hydrophilicity of PVME and as a result, increases phase separation temperature. 

K. Van Durme and co-workers investigated the influence of sodium chloride (NaCl) 

on the phase separation of an aqueous solution of PVME.26 The NaCl addition decreases 

phase separation temperature as well as extends phase separation interval, by partial 

disruption of polymer-water interactions. 

Spěváček and Hanyková showed that 1H nuclear magnetic resonance (1H NMR) 

spectroscopy can be effectively used for investigation of PVME phase separation.27 Spin-spin 

and spin-lattice relaxation measurements revealed that in dilute PVME/D2O solutions 
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polymer globules have compact structure, compared to semi-dilute and concentrated 

solutions, in which a certain amount of D2O molecules is bound to the polymer globules. In 

addition, the authors detected fast and slow chemical exchange between free and bound water 

states for semi-dilute (2-10 wt.%) and concentrated (20-60 wt.%) polymer solutions, 

respectively.28 The work presented in this thesis is in many ways a continuation of deeper 

understanding of PVME phase separation behaviour and its tuning by other than temperature 

stimuli. 

 

1.1.2 Poly(N-isopropyl acrylamide) 

 

Another system of interest in this study is poly(N-isopropyl acrylamide) (PNIPAM), 

a well-known temperature-sensitive water-soluble polymer with a sharp phase separation 

around 32 °C (chemical structure in Figure 1.4).2,29 This separation process is reversible, as 

PNIPAM dissolves easily in aqueous media when the temperature drops below its phase 

separation temperature. Heskins and Guillet30 were the first who reported the LCST-type 

behaviour for an aqueous solution of PNIPAM, and since then, around 9000 manuscripts were 

published on this topic.31 Because LCST of PNIPAM is close to human body temperature 

(37 °C), PNIPAM is a prominent candidate for various biomedical applications, e.g. in drug 

and gene delivery.32 

 

Figure 1.4. A chemical structure of a temperature-sensitive poly(N-isopropylacrylamide) 

(PNIPAM). 
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One of the ways to influence PNIPAM phase separation temperature is to add 

another solvent. Interestingly, an addition of a certain amount of good solvent to an aqueous 

solution of PNIPAM leads to a co-nonsolvency phenomenon.33 A good solvent is a solvent in 

which polymer chains exist in expanded coil conformation (A2>0, where A2 is a second 

osmotic virial coefficient), while in poor solvent polymer coil tends to tighten and minimize 

polymer-solvent interactions (A2<0).34 The co-nonsolvency phenomenon is visually detected 

when at constant temperature and pressure a transparent aqueous PNIPAM solution becomes 

turbid upon the addition of a specific amount of a co-solvent (in which the PNIPAM itself is 

fully soluble), for example MeOH, EtOH, tetrahydrofuran or 1,4-dioxane.35 One of the most 

thoroughly studied examples of co-nonsolvency is the phase separation of PNIPAM in water 

upon addition of MeOH.36 In recent work, Xue et al. concluded that the phase separation in 

PNIPAM/water/MeOH mixtures depends on the solvent composition and temperature, as well 

as on the polymer molar mass, concentration, and end-group structure.37 However, the 

molecular origin of the co-nonsolvency phenomenon still remains unclear. Tanaka et al. 

suggest that co-nonsolvency in PNIPAM/water/MeOH mixtures has a competitive character 

of hydrogen bonds established between PNIPAM-water and PNIPAM-MeOH.38 Pica and 

Graziano supported this suggestion and proposed that MeOH interacts preferentially with 

isopropyl groups for basic geometric reasons, while H2O interacts preferentially with amide 

groups.36 However, Zhang and Wu note that the conformational transition is driven rather by 

solvent quality changes (MeOH and water form complexes in which PNIPAM is insoluble) 

than by local polymer-solvent interactions.37,39 

Another way to modulate the phase separation temperature of PNIPAM is salt 

addition. The Hofmeister series classify salts by the ability to promote solubilisation or 

precipitation of macromolecules in aqueous solution.40 Kosmotropes (e.g. CO3
2−, SO4

2−, Cl−, 

HPO4
2−) are strongly hydrated anions and therefore, reduce the solubility of proteins and 

macromolecules dissolved in water and show a so-called salting-out effect, while chaotropes 

(e.g. SCN−, ClO4
−, I−) destabilize folded macromolecules (in other words solubilize 

macromolecules), resulting in a so-called salting-in behaviour. These effects were 

experimentally demonstrated for PNIPAM via rheological studies.41 Interestingly, in the latter 

cited work a two-step phase separation for PNIPAM was observed: when KCl (kosmotrope) 

promotes a decrease in LCST, KBr has no influence on LCST, while KSCN (chaotrope) shifts 

PNIPAM LCST to higher temperatures. Kosmotrope anions such as Cl− are more hydrophilic 

compared to SCN−, and prefer interaction with water molecules than with polymer chains, 
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causing polymer dehydration and consequently lead to a decrease of a polymer LCST. The 

opposite effect occurs when chaotrope anions SCN− because of their pronounced 

hydrophobicity. These anions form charged complexes with PNIPAM causing an increase in 

the polymer LCST.40-44 In general, the presence of salts in polymer solution changes the 

hydrogen bonding network established by water molecules, and this phenomenon is typically 

more pronounced for anions than for cations.  

Despite the plethora of LCST tuning possibilities of PNIPAM for various biomedical 

applications, the effects of small non-ionic (and into some degree functional) molecules on 

PNIPAM phase behaviour are not particularly well documented. Therefore, we have decided 

to study the influence of additives with different functional groups (amine, alcohol, ether and 

ketone) onto the LCST as well as other aspects of PNIPAM phase separation process.  

 

1.1.3 Porphyrin derivatives 

 

Porphine is the simplest macrocyclic tetrapyrrole and consists of four pyrrole units 

joined by four methine bridges (Figure 1.5). Porphyrins are substituted derivatives of 

porphine which are ubiquitous in nature. Haem is one of the best-known porphyrins being a 

cofactor of the protein haemoglobin, the pigment in red blood cells. Haem is an iron 

coordinated porphyrin complex that plays an essential role in vascular oxygen transport. 

Another well-known member of the porphyrin family is chlorophyll, which is a magnesium 

coordinated porphyrin. It is a green pigment in plants that plays a critical role in 

photosynthesis by absorbing sunlight energy and producing oxygen. Haem and chlorophyll 

are often called “The colours of life” due to the respective red colour of blood and green 

colour of leaves. Porphyrin and its derivatives are deeply coloured compounds due to a 

delocalized aromatic system consisting of 26π electrons (e.g. supporting aromaticity Hückel’s 

rule). The π electronic system of porphyrins is responsible for their unique electronic, optical, 

redox, catalytic, self-assembly, magnetic, and other properties.45  

Porphyrins can coordinate cationic species, especially transition metal cations, and 

these complexes exhibit unique functions depending on the metalating species. Porphyrins 

can coordinate most of the transition metals (Fe, Co, Cu, Zn, Hg, Pd, Pt, etc) in a square-

planar configuration, forming metalloporphyrin complexes. Porphyrins without a metal cation 
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in their structure are called free-base porphyrins.46 Stone and Fleischer reported that metal 

cations incorporated into the porphyrin structure can further coordinate electron-donating 

ligands in the axial positions above and below the plane of the porphyrin macrocycle. Besides 

metals coordination, these systems are used for sensing analytes such as alcohols, carbon 

monoxide, pyridine, etc.  

 

 

Figure 1.5. Chemical formulae of porphine and some well-known porphyrins: haem and 

chlorophyll a. 

 

Porphyrin derivatives show sensing properties towards various anions. For instance, 

antioxidant-substituted tetrapyrazinoporphyrazine has been used as a fluorescent sensor for 

fluoride anions (F−).47 Upon addition of F− the colour of solutions in organic solvent changed 

from gray-blue to green.47 Ishihara et al. reported on reversible photo-redox switches based on 

5,15-bis(3,5-di-tert-butyl-4-hydroxyphenyl)-substituted porphyrins which can be repeatedly 

used both as an F− anion sensor and a photo-memory sensor.48 Another example, β,β′-
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disulfonamidequinoxaline-appended porphyrin derivatives were used as anion sensors for F−, 

H2PO4
−, CH3CO2

−, Cl−, HSO4
−, Br−, I− anions.49  

Decades ago, Dolphin reported on the ability of natural and synthetic porphyrins to 

form aggregates.50 These, similar to other highly conjugated systems, self-associate in the 

solution due to strong intermolecular van der Waals forces between its porphyrin units.51,52 

Porphyrin molecules form a so-called J-aggregates and H-aggregates. J-aggregates are 

structures that exhibit the bathrochromically shifted J-bands (or red shift), whereas H-

aggregates exhibit hypsochromically shifted H-bands bands (or blue shift) and these effects 

are explained in terms of molecular exciton theory.53 J-aggregated structures exhibit the 

characteristic formation of a side-by-side or end-to-end molecules arrangement, whereas H-

aggregates form face-to-face assemblies.54 These structures show photocatalytic properties, 

widely exploited in molecular devices as optical switchers. The large extinction coefficients 

of porphyrin chromophores have great promise in use as photo-electronic components while 

their well-defined redox potentials suggest many electrochemical applications based on this 

feature. 

The porphyrins are capable of adopting various tautomeric structures. They are 

usually planar in form, however, they can be distorted into saddle-like non-planar structures 

by various mechanisms including protonation (Figure 1.6).46 Double protonation of porphyrin 

core is a highly cooperative two-step process with the core geometry change confirmed by X-

ray crystal structure48 as well as ab initio calculations.55 The interaction with one proton forms 

a monocation and thus makes one inner nitrogen protonated. This process is more energy 

demanding because the energy barrier for the addition of the first proton is greater than that 

for the addition of the second proton. Free-base porphyrin is a planar molecule with lone-pairs 

of electrons on unprotonated nitrogen atoms directed towards the centre of the ring. This 

sterically unfavourable position of nonbonding electron pair demands more energy for the tilt 

of the first pyrrole ring up or down upon binding the first proton. The addition of the second 

proton to the opposite inner nitrogen promotes formation of dication. This process is less 

energy demanding as compared to the monoprotonation, partially due to better accessibility of 

nitrogen lone-pair electrons. The second protonation is high positively cooperative process. 

This well corresponds with the situation that porphyrins are usually found in either free-base 

or dication form and the monocation form is undetectable due to low abundance. Upon 

diprotonation, the solution colour changes from red to green due to the geometry change 

allowing straightforwardly following the process by the naked eye. Note, the protonation 
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process is a reversible process and can be turned back by addition of a base. Tautomerism and 

switching between planar- and saddle-like shapes56 of porphyrins makes them applicable for 

enantiomeric purity detection57, selective anions detection58 or for determination of trace 

water impurities in organic solvents.59 

 

Figure 1.6. Scheme of protonation of porphyrin core. Free-base form and dication form of 

porphyrin is denoted as H2P and H4P2+, respectively. Colour coding: white = H atoms, grey = 

C atoms, blue = N atoms, red circles denote acid anions. Vials show photographs of aqueous 

porphyrin-PNIPAM solution at neutral pH (red colour; left) and acidic pH (green colour; 

right). 

In aqueous media porphyrin molecules self-aggregate due to non-covalent 

interactions, such as hydrophobic interactions and π-stacking. Hydrophobic interactions exert 

themselves as a tendency of nonpolar macrocyclic cores of porphyrins to form associates in 

aqueous solutions. Some π-stacked porphyrin derivatives (derivatized with suitable polar 

groups in meso positions) have a parallel orientation of two or more planar π-conjugated 

structures with an interplanar separation of 3.4-3.6 Å between the macrocycles.60 

Nevertheless, Hunter and Sanders noted that face-to-face stacking is not commonly observed 

due to strong electrostatic repulsion between the π-electrons. As a result, an attractive offset 

stacking or T-shape geometry is detected.  

Conjugation of porphyrin with polymers introduces promising novel multi-

responsive materials. These materials show properties applicable in the field of material 

science61 and for biomedical purposes (e.g. photodynamic therapy).62-64 They are ideal for 

these purposes since they are available in high yield from relatively well-established synthetic 

routes. A huge variety of methods are used for studying porphyrin derivatives. For example, 

NMR (as well as UV-Vis and fluorescence spectroscopy) for construction of stoichiometric 

binding model65, UV-Vis spectrophotometry and fluorescence spectroscopy for observing a 

photoredox switching between hydroquinone and quinonoid states48, protonation/guest 
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binding66, circular dichroism spectroscopy for molecular recognition of chiral molecules, J-

aggregates formation or porphyrin-surfactant complexes, etc.54 Conjugates of porphyrin with 

PNIPAM were studied and used as a highly sensitive polymeric sensor for uranyl ion 

(UO2
2+)67, or porphyrin conjugates with PNIPAM, poly(methacrylic acid) (PMAA) and 

poly(2-hydroxylethyl methacrylate) (PHEMA) were used as a metal sensing systems.68 

However, further scrutiny of physico-chemical properties of this system should bring valuable 

insight into the properties of the systems and the ability to tune these properties for desired 

applications. To fill this missing knowledge, the phase behaviour of porphyrin-PNIPAM 

conjugates was studied by our group using a set of advanced experimental techniques and 

obtained results are presented in this thesis.  
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1.2 Experimental methods 

 

1.2.1 The basics of NMR spectroscopy 

 

Nuclear magnetic resonance (NMR) spectroscopy is a well-established technique for 

examination of structure, dynamics and chemical environment of molecules. NMR was 

initially developed in the late 1940s and later, in 1952, Felix Bloch and Edward Purcell were 

jointly awarded the Nobel Prize in Physics ‘for their development of new methods for nuclear 

magnetic precession measurements and discoveries in connection therewith.69 The next 

breakthrough in the field of NMR Spectroscopy was made by Richard R. Ernst, who was 

awarded the Nobel Prize in Chemistry in 1991, for the development of Fourier Transform 

(FT) and 2-dimensional NMR Spectroscopy. Nowadays, these techniques applied to proton 

(1H) NMR, carbon (13C) NMR and many other NMR active nuclei are basic and indispensable 

tools in chemistry, biology and medicine.  

NMR Spectroscopy is based on the magnetic properties of the atomic nucleus and 

particularly favourable nuclei for NMR are 1H, 13C, 19F, 31P. Nuclei with a spin quantum 

number (ms) of ½ possess a nuclear magnetic moment, and when it is placed in an external 

magnetic field occupy two possible quantum states. In the lower energy state, magnetic 

moments of the nuclear spin are aligned with the external magnetic field, whereas in the 

higher energy state, magnetic moments of the nuclear spin have the opposite direction to the 

external magnetic field. In a large population of nuclei at the condition of thermal 

equilibrium, slightly more than half exists in the lower energy state and slightly less than half 

exists in the higher energy state.70-72 The energy gap (∆E) between these two states can be 

represented using the following equation:  

∆𝐸𝐸 = 𝛾𝛾ℎ𝐵𝐵0/2𝜋𝜋,     (2) 

where h is the Planck’s constant, γ is the gyromagnetic ratio (a characteristic constant of a 

nucleus) and Bo is the strength of the external magnetic field.  

The sum of individual magnetic moment vectors is called the net magnetization 

vector M. The net magnetization is aligned in the direction of the lower energy state or here in 

the positive z-direction (Figure 1.7). Application of a radio frequency pulse tilts the net 

magnetization away from z-axis which causes the net magnetization to precess around z-axis 
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with the Larmor frequency (𝜔𝜔0). In order to tilt the magnetization radio-frequency pulse 

perpendicular to z-axis has to be applied at the resonance condition close to Larmor frequency 

(𝜔𝜔0): 

𝜔𝜔0 = 𝛾𝛾𝐵𝐵0,      (3) 

where 𝜔𝜔0 is the nuclei's intrinsic Larmor frequency. 

After the exposure of the radio frequency pulse, the sample’s net magnetization 

returns to its equilibrium position in the positive z-direction. The precession motion of the net 

magnetization induces an oscillating current in the probe head receiver coil of the NMR 

spectrometer. This oscillating current is called free induction decay (FID). The FID is a 

representation of NMR spectrum in the time domain that is converted to the frequency 

domain via Fourier transformation. 

 

Figure 1.7. The net macroscopic magnetization of a sample in an external magnetic field B0. 

 

A particularly important feature of NMR spectroscopy is its high sensitivity to even 

slight variations of the local chemical environment, which provide changes in Larmor 

frequency of examined nucleus. An external magnetic field Bo applied on a sample induces 

electron circulation around nuclei, which produce a small magnetic field in the opposite 

direction to the applied external field. This effect is called magnetic shielding and Larmor 

frequency for nuclei under the influence of the local magnetic field is given by: 

𝜔𝜔0 = 𝛾𝛾𝐵𝐵0(1− 𝜎𝜎),   (4) 
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where σ is a shielding constant of the particular nucleus.  

From equation (4), one can see that Larmor frequency is dependent on the strength of 

the applied magnetic field, which is the reason why chemical shift δ was introduced and is 

represented in ppm (part per million) units: 

𝛿𝛿 = ν𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠−ν𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠
ν𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠

× 106,   (5) 

where ν𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠 is the resonance frequency of the sample (in Hz), ν𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠 is the frequency of 

a standard reference compound (in Hz), typically used compound is tetramethylsilane (TMS), 

and ν𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠 is the operating frequency of the spectrometer (in Hz). 

Another characteristic parameter of the NMR signal (besides the chemical shift) is 

the signal intensity. The integrated intensity of the NMR resonance is an area under the 

resonance curve, and it is proportional to the number of nuclei (e.g. protons) to which the 

peak corresponds. The integrated resonance intensities are widely used in quantitative 

analysis of macromolecular and supramolecular systems, for instance, to confirm chemical 

structure or copolymer composition, etc.73 

 

1.2.2 Characterization of phase separation by NMR 

 

Phase separation behaviour in polymer systems can be effectively studied using high 

resolution NMR spectroscopy. Both qualitative (signal shape and intensity) and quantitative 

(signal integrated intensity) information on phase separation can be obtained using 1H NMR 

spectra. A typical approach we utilize in this work is described below. PNIPAM in D2O has 

been used as an exemplary system (Figure 1.8).  
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Figure 1.8. (a) Superimposed 1H NMR spectra of PNIPAM (wp = 1 wt.%) in D2O solution 

measured at different temperatures. The assignment of PNIPAM is shown. (b) Phase-

separated fraction p(T) of “b” resonance of PNIPAM polymer units (solid squares) as 

obtained from (a) using equation (6). The solid line is fit based on equation (11). 

 

While temperature increases from 22 °C to 57 °C, a gradual decrease of PNIPAM 

resonance intensity was observed (Figure 1.8a). This decrease represents the restriction in 

mobility of PNIPAM chains related to phase separation of the polymer. In order to thoroughly 

describe the phase separation process, PNIPAM signals (here CH signal of a pendant group or 

resonance “b”) are integrated and the obtained intensities are then used in the equation (6) to 
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calculate the value of the phase-separated fraction of PNIPAM units p(T)21,74 using this 

equation: 

𝑝𝑝(𝑇𝑇) = 1 − 𝑇𝑇
𝑇𝑇0

𝐼𝐼(𝑇𝑇)
𝐼𝐼0(𝑇𝑇0)

,      (6) 

where I(T) and I0(T0) are the temperature-dependent integrated intensity of the polymer 

resonance obtained from NMR measurements (here CH signal of PNIPAM pendant group) in 

partly phase-separated system (determined at T > 22 °C) and in a non-phase-separated system 

(determined at T0 = 22 °C in case of PNIPAM, where 𝑝𝑝(𝑇𝑇0) = 0), respectively.  

Dependence of phase-separated fraction on temperature (Figure 1.8b) provides 

insight into the phase separation process and yields basic parameter, such as the maximum 

fraction of polymer units participating in the phase separation pmax, width of phase separation 

ΔTwidth (the difference between onset and offset temperatures) and phase separation 

temperature Tp at which phase separation starts to occur (also called the onset temperature of 

the p(T) curve). 

 

Figure 1.9. A schematically represented thermodynamic model of PNIPAM phase separation 

including three types of polymer units: separable, inseparable and separated. Photos of the 

solution below and above phase separation (irradiated by green light laser pointer, 532 nm) 

are included. 

 

A thermodynamic model shown in Figure 1.9 illustrates a phase separation based on 

the equilibrium between two exchangeable states (two-state model of phase separation).75 
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State one consists of polymer molecules, which are generally present in solution in random-

coil conformation and move freely.76 The second state is represented by a rather compact 

globular-like rigid structures. A transition from state one to state two (called a coil–globule 

transition) is characterized by an equilibrium constant K, which is defined by equation (7) as: 

𝐾𝐾 = 𝑁𝑁separated
𝑁𝑁separable

,     (7) 

where Nseparated is a number of phase-separated PNIPAM units and Nseparable is a number of 

phase separable (but not separated yet) PNIPAM units. This model (Figure 1.9) takes into 

account that some part of PNIPAM chains remains not separable, due to the presence of low 

molecular weight fractions of the polymer77, reflected by Ninseparable (i.e. a number of 

inseparable polymer units). Then, the fraction of phase-separated PNIPAM units p(T) is 

generally calculated in equation (8).  

𝑝𝑝(𝑇𝑇) = 𝑁𝑁separated
𝑁𝑁separable+𝑁𝑁inseparable+𝑁𝑁separated

.    (8) 

Combination of equations (7) and (8) provides a formula (9) for p(T) as a function of K:  

𝑝𝑝(𝑇𝑇) = 𝑠𝑠max
1+𝐾𝐾−1

,     (9) 

where pmax = (Nseparable + Nseparated)/(Nseparable + Ninseparable + Nseparated) is the maximum fraction 

of PNIPAM units which participate in the phase separation. Equation (10) is the Boltzmann 

factor connection between the equilibrium constant K and Gibbs free energy expressed in 

terms of standard enthalpy (ΔH) and entropy (ΔS) changes associated with phase separation 

of PNIPAM: 

𝐾𝐾 = 𝑒𝑒− ∆𝐻𝐻−𝑇𝑇∆𝑆𝑆𝑅𝑅𝑇𝑇 ,     (10) 

where R is the gas constant (8.314 J mol-1 K-1) and T is the absolute temperature (K). 

Combining equations (9) and (10) gives a final formula for p(T).75 

𝑝𝑝(𝑇𝑇) = 𝑠𝑠max

1+𝑠𝑠
∆𝐻𝐻
𝑅𝑅𝑇𝑇 − ∆𝑆𝑆𝑅𝑅

.     (11) 

Equation (11) is used for fitting experimentally obtained NMR data for p(T) as shown in 

Figure 1.8b and also allows to obtain the values of ΔH and ΔS associated with phase 

separation. Additionally, these thermodynamically important parameters can be obtained for 

variety of other polymeric systems exhibiting phase separation just by means of fitting the 

equation (11) into experimental data (as shown later in this work).  
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Another significant parameter describing the phase separation is Tp, which is the phase 

separation temperature, determined from the fitting of the p(T) curve as the onset temperature 

(see Figure 1.8b). The value of Tp is defined at the intersection point of the x-axis and the 

tangent at the inflexion point Ti of the p(T) curve. The inflexion is the point where the 

curvature of the p(T) function changes its sign, which yields the condition for the second 

derivative of p(T) must equal to zero (i.e. p''(T) = d2p(T)/dT2 = 0). Performing the derivative 

and rearrangement of the latter equation gives the following equation (12) for Ti: 

2𝑇𝑇i �1 + 𝑒𝑒
∆𝐻𝐻
𝑅𝑅𝑇𝑇i

 − ∆𝑆𝑆𝑅𝑅 � + ∆𝐻𝐻
𝑅𝑅
�1 − 𝑒𝑒

∆𝐻𝐻
𝑅𝑅𝑇𝑇i

 − ∆𝑆𝑆𝑅𝑅 � = 0.   (12) 

Equation (12) does not have an analytical solution in the closed-form. However, a solution of 

excellent accuracy can be found using the following approximations. The equation (12) can 

be rearranged into equation (13). 

2𝑅𝑅𝑇𝑇i
∆𝐻𝐻

= 𝑠𝑠
∆𝐻𝐻
𝑅𝑅𝑇𝑇i

 − ∆𝑆𝑆𝑅𝑅 −1

𝑠𝑠
∆𝐻𝐻
𝑅𝑅𝑇𝑇i

 − ∆𝑆𝑆𝑅𝑅 +1
= tanh �1

2
�∆𝐻𝐻
𝑅𝑅𝑇𝑇i

− ∆𝑆𝑆
𝑅𝑅
�� ≈ 1

2
�∆𝐻𝐻
𝑅𝑅𝑇𝑇i

− ∆𝑆𝑆
𝑅𝑅
�.  (13) 

The term including exponentials can be represented as the tanh(x) function, which is then 

approximated by the first term of its Taylor expansion (where tanh(x) ≈ x). Subsequently, 

equation (14) for Ti is obtained in the form of the quadratic equation: 

4𝑅𝑅2𝑇𝑇i2 + ∆𝐻𝐻∆𝑆𝑆𝑇𝑇i − ∆𝐻𝐻2 = 0.    (14) 

Physically meaningful solution of equation (14) is represented by equation (15): 

 𝑇𝑇i = ∆𝐻𝐻∆𝑆𝑆
8𝑅𝑅2

��1 + �4𝑅𝑅
∆𝑆𝑆
�
2
− 1�.    (15) 

Herein, second Taylor expansion is used, for up to the second order term (i.e. √1 + 𝑥𝑥 ≈ 1 +
1
2
𝑥𝑥 − 1

8
𝑥𝑥2). Applied approximation yields to the formula (16) for the temperature at inflexion 

point Ti: 

𝑇𝑇i = ∆𝐻𝐻
∆𝑆𝑆
�1 − 4𝑅𝑅2

∆𝑆𝑆2
�,     (16) 

Subsequently, knowing the Ti, phase separation temperature Tp can be calculated from the 

mathematical definition of the tangent line at the inflexion point intersecting the x-axis. This 

yields the equation (17): 
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𝑇𝑇p = −𝑠𝑠(𝑇𝑇i)−𝑠𝑠′(𝑇𝑇i)×𝑇𝑇i
𝑠𝑠′(𝑇𝑇i)

= 𝑇𝑇i −
𝑅𝑅𝑇𝑇i

2

∆𝐻𝐻
�1 + 𝑒𝑒

− ∆𝐻𝐻𝑅𝑅𝑇𝑇i
 + ∆𝑆𝑆𝑅𝑅 � ,  (17) 

where p'(Ti) indicates the first derivative of p(T) function at the inflexion point Ti. Then, using 

a similar procedure an offset temperature Toff, a temperature at which phase separation is 

almost finished can be obtained (Figure 1.8b). At this point, Toff is found as an intersection 

point of the tangent line to p(T) curve at the inflexion point Ti with line y = pmax:  

𝑇𝑇off = 𝑠𝑠max−𝑠𝑠(𝑇𝑇i)+𝑠𝑠′(𝑇𝑇i)×𝑇𝑇i
𝑠𝑠′(𝑇𝑇i)

= 𝑇𝑇i + 𝑅𝑅𝑇𝑇i
2

∆𝐻𝐻
�1 + 𝑒𝑒

∆𝐻𝐻
𝑅𝑅𝑇𝑇i

 − ∆𝑆𝑆𝑅𝑅 �.   (18) 

Finally, knowing phase separation temperature Tp and offset temperature Toff, the width of the 

phase separation ΔTwidth is obtained using equation (19): 

Δ𝑇𝑇width = 𝑇𝑇off − 𝑇𝑇p = 2𝑅𝑅𝑇𝑇i
2

∆𝐻𝐻
�1 + cosh (∆𝐻𝐻

𝑅𝑅𝑇𝑇i
− ∆𝑆𝑆

𝑅𝑅
)�.   (19) 

In summary, the equation (11) was used for fitting of experimental data and provided us 

values of ΔH, ΔS and pmax associated with a PNIPAM phase separation. Equations (17) and 

(19) allowed us to calculate Tp and ΔTwidth. Another important aspect to notice is that the 

above-mentioned approximations introduce only negligible errors into the determination of Ti, 

Tp, Toff and ΔTwidth values.74 This can be illustrated on a comparison of the exact numerical 

solution of equation (12) (denoted as 𝑇𝑇iexact) with approximate solution described by equation 

(16) (denoted as 𝑇𝑇i
approx), which shows that for ΔH ≥ 105 J⋅mol−1 and ΔS ≥ 200 J⋅mol−1⋅K−1, 

the error is |𝑇𝑇iexact −  𝑇𝑇i
approx| < 0.04 K. The lower boundary of ΔH and ΔS is chosen as an 

extreme case far from usually obtained values in order to cover all possible experimentally 

obtainable situations. For higher values of ΔH and ΔS, the error further decreases. 

Subsequently, errors calculated (using exact and approximate values of Ti) for the phase 

separation temperature Tp (equation (18)) and the width of the phase separation ΔTwidth 

(equation (19)) are |𝑇𝑇pexact −  𝑇𝑇p
approx | < 10−4 K and |Δ𝑇𝑇widthexact −  Δ𝑇𝑇width

approx | < 10−4 K, 

respectively. Therefore, the approximations used during the derivation process introduce 

negligible errors. 

This approach improved the way of extracting the phase separation parameters from 

NMR data. The parameters of phase separation, such as Tp, Toff, ΔTwidth as well as ΔH and ΔS 

provide profound insight into phase separation phenomena. The approach could be also 

suggested for other phase-separable systems with similar NMR spectral patterns. More details 

about applicability of this approach can be found in our work.74 
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1.2.3 Relaxation techniques: T2 relaxation time 

 

Relaxation phenomenon is a process by which a nuclear spin system returns to 

thermal equilibrium after RF pulse perturbation. Two types of relaxation can be distinguished 

by NMR spectroscopy: spin-lattice (longitudinal) relaxation and spin-spin (transverse) 

relaxation. Spin-lattice relaxation is characterised by exponential time constant T1, which 

results in the establishment of an equilibrium value of the net nuclear magnetization with the 

surroundings (the ‘lattice’) along the external magnetic field axis z. Spin-spin relaxation is 

characterised by exponential time constant T2, which measures how fast the spin systems 

exchange energy in the transverse (xy) plane. Both T1 and T2 relaxation times provide 

information about the dynamical properties of an investigated spin system. T2 relaxation times 

are frequently used for characterization of dynamics in systems with high mobility, like 

liquids, whereas T1 times are generally applied for the description of solid or highly viscous 

samples. As in this work, we studied liquid samples, T1 will not be discussed in detail.  

The relaxation time that will be frequently addressed in this work is the transverse or 

spin-spin relaxation time T2 that is an exponential signal decay of the transverse component of 

the magnetization vector Mxy, which is related to the initial value of net magnetization M0 

immediately before the RF pulse with the following relation: 

𝑀𝑀𝑥𝑥𝑥𝑥 = 𝑀𝑀0𝑒𝑒
−𝑠𝑠

𝑇𝑇2� ,  (20) 

Transverse relaxation time T2 is measured by the use of a spin-echo Carr–Purcell–Meiboom–

Gill (CPMG) sequence (Figure 1.10). CPMG employs a single 90ºx pulse followed by 

multiple 180ºy pulses, separated by the same spin-echo time τE. The application of an initial 

90ºx pulse is followed by 180ºy pulses that refocus the dephasing of spins due to field 

inhomogeneities and thus forms an echo. The echo amplitude reduction is determined only by 

the transversal relaxation processes. 
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Figure 1.10. The Carr–Purcell–Meiboom–Gill (CPMG) pulse sequence for measuring T2 

relaxation time. 

 

T2 relaxation time is inversely proportional to the widths of NMR resonances. Short T2 

corresponds to a faster disappearance of the transverse magnetisation, which in the NMR 

spectrum is represented by a broader Lorentzian line. Approximate T2 values can be 

determined from the full width  at half-height ∆𝜈𝜈1/2  of the resonance signal using the 

following equation (21): 

∆𝜈𝜈1/2 = 1
𝜋𝜋𝑇𝑇2∗

,  (21) 

where T2
* refers to transverse relaxation time with contribution from the magnetic field 

inhomogeneity. Due to this inhomogeneous line broadening the T2 values obtained using 

formula (21) are shorter compare to the actual T2 values obtained by the CPMG method. As a 

result, for further rigorous analysis of phase separation phenomenon T2 values obtained by the 

CPMG method were used.78 For polymer solutions T2 relaxation time is usually in the range 

of hundreds of ms. 
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1.2.4 Other physico-chemical methods: DSC, DLS, SAXS, OM, UV-Vis and 

PL 

 

Differential Scanning Calorimetry (DSC) is a thermo-analytical method suitable 

for studying thermal transitions in pure polymers or polymer solutions. Phase separation of 

solutions of temperature-sensitive polymer is routinely studied using DSC. During the phase 

separation (demixing) or mixing the amount of heat absorbed or released by polymer solution 

is monitored. Generally, changes in the sample heat capacity are monitored in terms of change 

in the heat flow and compared with the reference (empty pan) during heating-cooling cycles. 

Importantly, the sample and the reference are both kept at the same temperature. Then, a 

signal proportional to the difference between the heat flow input to the sample and the 

reference is recorded and the DSC curve is obtained. Further integration of peaks on the DSC 

curve provides information on enthalpies of the polymer phase separation.79  

Dynamic Light Scattering (DLS) is one of the most common methods for the 

determination of hydrodynamic diameter and size distribution of polymeric aggregates, 

nanoparticles and colloidal dispersions.80 DLS of a polymer solution is based on the 

fluctuations of scattered light intensity due to Brownian motion of the polymer particles in 

solution. The intensity of scattered light from particles with a higher value of a translational 

diffusion coefficient has faster fluctuations in time in comparison with the particles with a 

lower value of a diffusion coefficient. Quantitate analysis of scattered intensity time 

fluctuations is done using the mathematical apparatus of the autocorrelation function, which 

provides the translational diffusion coefficient of particles - Dt. Consequently, Dt is used in 

the Stokes-Einstein equation for determination of the hydrodynamic diameter Dh of non-

interacting spheres:  

𝐷𝐷ℎ = 𝑘𝑘𝐵𝐵𝑇𝑇
3𝜋𝜋𝜋𝜋𝐷𝐷𝑠𝑠

,  (22) 

where kB is the Boltzmann constant, T is the absolute temperature and η is the solvent 

dynamic viscosity. Hydrodynamic diameter is the diameter of an equivalent hard sphere with 

the same diffusion coefficient as the particle under observation including the solvation shell. 

DLS yields the z-average hydrodynamic diameter Dh,z, later in the text referred as Dz.  
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Small Angle X-Ray Scattering (SAXS) is a technique, which besides the 

determination of a nanoparticle size and shape provides valuable information on 

nanoparticle’s internal structure (presence of a core, shell, or domains). The wavelength of X-

rays is 0.01-10 nm which is much shorter in comparison with visible light, 400-700 nm, 

therefore, SAXS is able to provide structural information on the submicron level. Another 

difference from visible light is that X-ray scattering occurs on the electronic shells of atoms. 

When X-rays are passing through a sample, one part of X-rays could be absorbed and 

converted into other forms of energy (heat, fluorescence, etc); the rest is either transmitted or 

scattered from the electrons of an atomic shell.81 Spherically averaged scattered intensity Is of 

X-rays is registered by detector as a temporal average of squared norm of scattering amplitude 

Es (equation 23).  

𝐼𝐼𝑠𝑠(𝑞𝑞) = 〈|𝐸𝐸𝑠𝑠(𝑞𝑞)|2〉.  (23) 

Here, q is the scattering vector that is represented by the relation (24): 

𝑞𝑞 = 4𝜋𝜋
𝜆𝜆
𝑠𝑠𝑠𝑠𝑠𝑠 𝜃𝜃

2
,      (24) 

where θ is the scattering angle, λ is the wavelength of the applied radiation. The X-rays 

scattered from all atoms in a nanoparticle interfere with each other providing information 

about the shape of the particle, a so-called form factor P(q). For very low scattering angles, 

qRg < 1, and for diluted systems, P(q) can be approximated by Guinier law: 

𝑃𝑃(𝑞𝑞) = 𝑒𝑒(−
𝑞𝑞2𝑅𝑅𝑔𝑔

2

3 ),  (25) 

where Rg is the radius of gyration of a particle, mass-weighted distance from the centre of 

mass of the particle to each mass element in the particle. 

To get detailed information on nanoparticles, an experimental form factor is fitted 

with a theoretical model including spherical, ellipsoidal, cylindrical, micellar and many more 

structures.82 In order to adequately evaluate SAXS experimental data, one should put into the 

consideration other factors, such as chemical structure of the molecule, optical micrographs of 

aggregates, NMR, etc. 

Optical Microscopy (OM) is an experimental technique that uses visible light and a 

system of lenses in order to study polymer’s morphology. An OM can study objects of size 

between 0.2 and 200 µm with a maximum possible magnification of an object about 1000×. 
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The morphology development (polymer globules formation) can be observed for a thin layer 

of polymer solution placed between a support glass slide and a coverslip and inserted into a 

temperature-controlled environment of a hot stage.83  

UV-Vis Spectrophotometry (UV-Vis) is an absorption spectroscopy technique used 

for the quantitative determination of conjugated molecules by ultraviolet and visible light 

irradiation. It is based on atoms and molecules electronic transitions from the ground state to 

the excited state. The more easily the electrons in the molecule get excited the longer the light 

wavelength they absorb. There are four possible types of molecular transition and can be 

ordered in the way from higher to lower excitation energy: σ→σ* > n→σ* > n→π* > π→π*. 

σ→σ* and n→σ* are transition in the ultraviolet region exhibited by saturated organic 

compounds. n→π* and π→π* are transitions in unsaturated compounds which require less 

energy and occur at a longer wavelength in comparison with transitions to σ* orbitals. The 

UV-Vis spectrophotometry is a useful technique for studying of the host-guest binding 

process, protonation process, etc.84  

Photoluminescence (PL) is a spectroscopic technique based on the absorption and 

emission of a photon by a molecule. After the absorption of a photon, an electron moves from 

the electronic ground state to certain vibrational levels of excited state and then relaxes back 

to the ground state. The PL technique detects photons transmitted by the molecule during the 

relaxation process, i.e. the electronic transitions from the excited (higher energy) state to the 

ground (lower energy) state. Photoluminescence spectroscopy provides important information 

on photochemical and optical properties of conjugated molecules, semiconductors, etc. This 

method is contactless and non-destructive, therefore it can be applied for studying solutions, 

solids and gaseous samples.85 
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2 Aims of the thesis 

The main goal of this thesis is an investigation of phase separation phenomena in 

solutions of temperature-responsive macromolecular systems using NMR spectroscopy and 

other complementary experimental techniques (DSC, DLS, SAXS, UV-VIS, etc). There are 

many examples of additives (often salts or alcohols) used for tuning the phase separation of 

polymers. Here, we have selected additives bearing structural similarities with the polymers 

and which contain different functional groups (amine, alcohol, ether and ketone) in order to 

alter phase separation parameters, such as phase separation temperature, width of phase 

separation, fraction of phase separable polymer units, enthalpy change, etc. of PNIPAM and 

PVME polymers. Special emphasis has been placed on the dynamics of the phase separation 

process, the formation of hydrogen bonds between polymer-water and polymer-additive. In 

order to extend the functionality of polymers, a novel porphyrin-PNIPAM conjugates have 

been prepared. The effects of the presence of porphyrin unit on PNIPAM phase separation 

have been investigated. These conjugates present extra responsivity to pH and solvent 

composition which has been probed in detail using various experimental techniques (e.g. 

NMR, DSC, DLS, etc.). Also, special effort has been made to develop a general phase 

separation model based on a thermodynamic approach for a physically meaningful description 

of phase separable systems. 

The specific aims of the thesis are: 

1) An investigation of the influence of t-butanol, t-butylamine, t-butyl methyl ether, and t-

butyl methyl ketone on phase separation and interactions in PVME solutions. 

2) A study the influence of t-butanol, t-butylamine, t-butyl methyl ether, and t-butyl methyl 

ketone on phase separation and polymer interactions in PNIPAM solutions. 

3) A study of the phase behaviour of novel star-like shape porphyrin-PNIPAM conjugates. 

4) A thermodynamic description of NMR results of phase separable systems as a two-state 

process with the use of physically meaningful parameters (such as enthalpy and entropy 

changes connected with the phase separation). 

The findings presented in this thesis should broaden the knowledge of multi-

responsive polymeric systems applicable in the field of material science including for 

potential biomedical purposes.  
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3 Experimental part 

 

3.1 Samples preparation  

3.1.1 PVME with additives 

PVME was purchased from Sigma-Aldrich (St. Louis, MO, USA) with Mw = 60500, 

Mw/Mn ≈ 3 (see Figure 1.3 for the structure). t-BuAM, t-BuOH, t-BuME and t-BuMK (see 

Figure 3.1 for the structures) were purchased from Sigma-Aldrich and used as received. After 

drying, solutions with appropriate PVME (wp = 0.5-10 wt %), D2O (99.9 % of deuterium) and 

additive concentration (wadditive = 0-10 wt %) were prepared. All the PVME/D2O samples were 

placed in 5 mm NMR tubes, degassed and sealed under argon. The weight fraction of PVME 

in the binary solvent D2O/additive was calculated as wp = mp/(mp+mD2O+madditive) × 100% (in 

wt.%), where mp, mD2O, and madditive are masses of PVME polymer, D2O and additive, 

respectively. The composition of the binary solvent D2O/additive was determined by the 

weight fraction of an additive in D2O/additive solution as wadditive = madditive/(mD2O + madditive) × 

100% (in wt.%). 

 

 

Figure 3.1. Chemical structures of the additives used in this research: (from left to right) t-

BuAM, t-BuOH, t-BuME and t-BuMK.  

 

3.1.2 PNIPAM with additives 

PNIPAM (Mw = 19000−26000 g/mol) (see Figure 1.4 for the structure) was 

purchased from Sigma-Aldrich and used as received. Solutions with appropriate PNIPAM 

(wp = 5-10 wt %), D2O (99.9 % of deuterium) and additive concentration (wadditive = 0-7 wt %) 

were prepared. A similar preparation procedure as described for PVME was used for PNIPAM 

solutions. 
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3.1.3 Porphyrin-PNIPAM conjugates 

5,10,15,20-Tetrakis(4-(α-methyltrithiocarbonate-(S)-phenylacetoxy)phenyl)-

21H,23H-porphine (TPP-CTA) was synthesized as previously described.86 N-

Isopropylacrylamide (NIPAM) and 2,2’-azobis(2-methylpropionitrile) (AIBN) (both Aldrich 

Chemical Co.) were recrystallized before use from n-hexane and acetone, respectively. Using 

the standard reversible addition-fragmentation transfer (RAFT) polymerization protocol. 

NIPAM (2 g, 17.7 mmol), TPP-CTA (484 mg, 0.29 mmol for PP8.4 or 145 mg, 88.4 µmol for 

PP22.7), AIBN (molar ratio of TPP-CTA:AIBN = 8:1) were dissolved in 1,4-dioxane (11 mL). 

The polymerization vessel was then degassed by three freeze-pump-thaw cycles, purged with 

dry argon, sealed and stirred at 70°C for 8 h. The polymer was subsequently precipitated in 

cold diethyl ether, filtered and dried. The crude polymer was dissolved in cold water and 

dialyzed against water at 4°C for 48 h (molecular weight cut-off of the dialysis membrane was 

3.5 kDa for PP8.4 and 12-14 kDa for PP22.7) and recovered by freeze-drying as purple solid. A 

chemical structure of PP conjugate is shown in Figure 3.2. For the purposes of this work, two 

conjugates with number molecular weight 8.4 kDa and 22.7 kDa denoted as PP8.4 and PP22.7, 

respectively, were synthesised. 

 

Figure 3.2. A chemical structure of tetraphenylporphyrin-PNIPAM conjugate (PP). 



38 

Characterization of PP conjugates. The mass-averaged molecular weight Mw, 

number-averaged molecular weight Mn and dispersity Ð = Mw/Mn of the PP conjugates were 

determined by size exclusion chromatography (SEC) using an HPLC Ultimate 3000 system 

(Dionex, USA) equipped with a SEC column (TSKgel SuperAW3000 150 × 6 mm, 4 μm). 

Three detectors, UV-Vis, refractive index (RI) Optilab rEX and multi-angle light scattering 

(MALS) DAWN EOS (Wyatt Technology Co., USA) were employed with a methanol and 

sodium acetate buffer (0.3 M, pH 6.5) mixture (80:20 vol%, a flow rate of 0.5 mL/min) as 

mobile phase. To determine the average degree of polymerization of PNIPAM arms, these 

were cleaved off the porphyrin center by hydrolysis of TPP-PNIPAM in 0.1 M aqueous NaOH 

for 6 h at room temperature. Alternatively, the average degree of polymerization of PNIPAM 

arms was estimated by UV-VIS spectrophotometry in methanol (ε = 5 900 l⋅mol−1⋅cm−1, 

λ = 518 nm) assuming one TPP molecule per conjugate. Due to the interference of PP 

absorption with the wavelength of the MALS laser (λ = 658 nm), the molecular weight and 

polydispersity of the PP conjugates were estimated by SEC using poly(ethylene oxide) (PEO) 

standards. A number average molecular weight of PP8.4 and PP22.7 were 8.4 kDa and 

22.7 kDa, respectively (Table 1). 

 

Table 1. Characterization of PP conjugates. 

Conjugate 
[NIPAM]0/ 

[TPP-CTA]0
a 

DPb of one arm 
(SEC)c 

DPb of one arm 
(UV-VIS) 

Mn 
(kDa)c Mw/Mn

d 

PP8.4 60/1 14 14 8.4 1.09 

PP22.7 200/1 44 40 22.7 1.15 

aInitial feed molar ratio. bDegree of polymerization. cDetermined by SEC-MALS after 

hydrolysis of the ester groups. dEstimated by SEC using PEO standards. 

 

Preparation of PP solutions. The weight fraction of PP in binary solvent 

D2O/MeOD is denoted as wPP = mPP/(mPP + mD2O + mMeOD) × 100% (in wt.%), where mi , 

i = PP, D2O, MeOD, is the mass of each component. The composition of the binary solvent 

D2O/MeOD, determined by the volume fraction of MeOD in D2O/MeOD, is denoted as 

φMeOD =VMeOD/(VD2O + VMeOD) × 100% (in vol.%), where Vi, i = D2O, MeOD, is the volume of 
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each component. The same formulas were used for preparation of PP in binary solvent 

H2O/MeOH. 

 

3.2 Methods of measurements  

3.2.1 1H and 1H spin-spin relaxation time T2 

High-resolution 1H NMR spectra were recorded using a Bruker Avance III 600 

spectrometer operating at 600.2 MHz. All experiments were performed at the same 

experimental conditions. Measurement conditions were as follows: 90° pulse width 18 μs, 

relaxation delay 10 s, spectral width 6602 Hz, acquisition time 4.96 s and 64 scans. The 1H 

spin-spin relaxation times T2 were measured using a CPMG pulse sequence of 90o
x – (td – 

180o
y – td)n – acquisition with a half-echo time td = 5 ms. Each experiment was performed 

over 4 scans with a relaxation delay between scans of 120 s. The resulting T2 relaxation 

curves are mono-exponential. The fitting process made it possible to determine consistently a 

single value of the relaxation time. The relative error of T2 values of the HDO and the additive 

(CH3)3 groups did not exceed ±8%. During measurement, the temperature was maintained 

constant within ±0.2 K using a BVT 3000 temperature unit. Before each measurement 

samples were equilibrated for about 15 min at the measurement temperature. The resulting 

spectra were processed using Topspin 4.0.5 software.  

 

3.2.2 DSC measurements  

DSC measurements were performed using a DCS 3100S calorimeter (Mac Science 

Co., Ltd.) on samples prepared in deuterated water (D2O). Four complete heating/cooling 

cycles with rates of 10 °C/min over a range of 10°C – 90°C were performed. Samples of 

approximately 10 mg were dissolved in D2O and then encapsulated in aluminium pans. The 

characteristic phase-separation temperature (Tp
DSC) was determined from DSC thermograms 

as the endotherm onset temperature. The transition was further characterized by the 

calculation of the enthalpy changes per mol of monomeric units of polymer through the 

integration of the endotherm. 

 

3.2.3 DLS measurements  

The hydrodynamic diameter Dz (z-average) of PP assemblies during the investigation 

of pD (“pH” in D2O) effects on the phase separation were measured in heavy water (D2O) at 
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20°C and 50°C using a ELSZ-2000S particle size analyzer (Otsuka Electronics Co., Ltd.). The 

samples were prepared with constant PP fraction of wPP = 0.013 wt.% (in D2O) and pD of 

D2O solvent was changed in the range from 3.0 to 12.0 using (S)-CSA acid and pyridine base. 

The Dz values during the investigation of co-nonsolvency effects in binary H2O/MeOH 

solvent at 20°C and 50°C were obtained using ZEN 3600 Zetasizer Nano Instrument 

(Malvern Instruments, Inc.). The PP samples were prepared with a constant concentration of 

wPP = 0.011 wt.%. Prior to any measurement, samples were filtered using a 0.45 μm PVDF 

filter to remove any interfering dust particles. Each measurement consisted of an average of 

five scans. 

 

3.2.4 SAXS measurements  

SAXS experiments were performed on a beamline BM29 BIOSAXS at ESRF 

(Grenoble, France) using a pixel detector (Pilatus 1M). The X-ray scattering images were 

recorded at a sample−detector distance 2.867 m, using a monochromatic incident X-ray beam 

with an energy E = 12.5 keV, covering the range of scattering vectors 0.025 nm−1 < q < 5 nm−1 

(q =4π sin θ/λ, where 2θ is the scattering angle). No measurable radiation damage was 

detected in analysed samples, as determined by comparing 10 successive time frames that had 

50 ms exposure time. In all cases reported in this paper, the two-dimensional scattering 

patterns were isotropic. The patterns were azimuthally averaged to determine the dependence 

of the scattered intensity Is(q) on the scattering vector q. The solvent (D2O) scattering was 

subtracted prior to the fitting analysis. All data manipulations were performed using SASfit 

software. 

 

3.2.5 OM measurements  

OM measurements were carried out under a nitrogen atmosphere with a Nikon 

Eclipse 80i equipped with a PixeLINK PL-A662 camera and a Linkam LTS350 temperature 

cell. All micrographs were taken from samples prepared in aqueous (H2O, three-stage 

purification system (Millipore); resistivity ≥ 18 MΩ cm) solutions. The morphology was 

observed in a thin sample layer placed between a support glass slide and a cover slip with 50× 

magnification. Before each snapshot, the sample was maintained at a constant temperature for 

about 1 min. 
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3.2.6 UV-Vis measurements  

UV-Vis spectra were measured using a JASCO V-570 ultraviolet-visible (UV-

Vis)/near-infrared (NIR) spectrophotometer. Heavy water (D2O) solutions of PP8.4 

(0.0025 wt.%, 3.3×10-6 M) and PP22.7 (0.0027 wt.%, 1.3×10-6 M) in a 1 cm quartz cell with 

screw cap were prepared. The UV-Vis spectra were recorded at 20°C and 55°C and pD (“pH” 

in D2O) effects were investigated by titration with (S)-CSA (dropped into quartz cell from a 

D2O stock solution using a micro-syringe). 

 

3.2.7 PL measurements  

PL measurements were performed at room temperature using a FS5 

spectrofluorometer (Edinburgh Instruments, Ltd.) for PP22.7 (0.011 wt.%, 5.5×10-6 M) in 

quartz cuvette of 1 cm path length and excitation wavelength λex = 420 nm. 
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4 Results and discussion 

 

4.1 Influence of additives on phase separation of poly(vinyl methyl ether)  

 

In this chapter of the thesis influence of t-BuOH and t-BuAM on phase separation of 

poly(vinyl methyl ether) (PVME) as well as their comparative analysis with the influence of t-

BuMK and t-BuME will be discussed.87 This study was done using 1H NMR and time-

resolved 1H NMR spin-spin relaxation time T2 experiments. These results were fully reported 

in publications 1 and 2 (see Appendix).  

 

Figure 4.1.1. High-resolution 1H NMR spectra of D2O solutions of neat PVME (wp = 5 wt.%) 

and solutions with additives t-BuOH, t-BuAM, t-BuME, and t-BuMK (wp = 5 wt.%, 

wadditive = 5 wt.%) measured at temperatures above the phase separation for each particular 

system.  
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Figure 4.1.1 show high-resolution 1H NMR spectra of D2O solutions of neat PVME 

(wp = 5 wt.%) and PVME solutions with four additives: t-BuOH, t-BuAM, t-BuME, and t-

BuMK (wp = 5 wt.%, wadditive = 5 wt.%) measured at temperatures above the phase separation 

for each particular system. The assignment of resonances to various proton types is shown 

directly in the spectra. The “a” resonance corresponds to OCH3 group of PVME side chain, 

while signals “b” and “c” are related to CH and CH2 protons from the main chain of PVME. 

Hydroxyl and amine signals from t-BuOH and t-BuAM, respectively are found in the water 

signal at ≈ 4.7-4.8 ppm. Additives’ methyl and tert-butyl signals are assigned as CH3 and 

(CH3)3 respectively. It can be seen in Figure 4.1.1 that the presence of additives influences the 

shape of polymer signals and thus, two types of polymer signals can be distinguished. For the 

polymer signals “a” and “b”, a broad part of these signals corresponds to highly immobilized 

polymer chains and covers area from 3.0 to 4.0 ppm on the 1H NMR spectrum. Whereas, the 

narrow part of the same signals corresponds to flexible polymer chains which does not 

participate in the phase separation. This effect occurs most prominently for PVME with t-

BuME additive. In order to avoid overlapping of methyl signal of t-BuME with “a” and “b” 

signals from PVME, t-BuME was used with deuterated methyl groups. This was done in order 

to obtain a more precise value of the phase-separated fraction p(T). 

A series of variable temperature 1H NMR spectra of PVME (wp = 5 wt.%) in the 

presence of t-BuOH (wt-BuOH = 2 wt.%) are shown in Figure 4.1.2. As mentioned above, 

extraction of the broad part of PVME “a” and “b”, signals (using fitting procedure) was used 

for calculation of p(T) fraction. The 1H NMR spectra show that the intensity and shape of 

polymer, water and t-BuOH signals vary with temperature. While temperature increases, the 

intensity of non-phase separated PVME signals (“a”, “b”, “c”) decreases while broad phase-

separated signals becoming more intensive. This behaviour is caused by the restricted 

mobility of polymer segments and the formation of polymer globules. The beginning of phase 

separation is around 308 K (≈ 35 °C) with the maximum fraction of phase-separated units 

reaching 0.9. Meanwhile, a signal from (CH3)3 group of t-BuOH just slightly broadens which 

indicates a rather weak association with PVME. This is the result of a rather fast chemical 

exchange between free and bound t-BuOH molecules to PVME globular structures. 
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Figure 4.1.2. High-resolution 1H NMR spectra of PVME (wp = 5 wt.%) in binary t-

BuOH/D2O solvent (wt-BuOH = 2 wt.%) measured from 295 K to 318 K. Assignment of PVME 

and t-BuOH signals is the same as for Figure 4.1.1. Key: Black line = spectrum, red line = fit 

of broad phase-separated parts of PVME CH3 and CH groups. The value of phase-separated 

fraction p is given for each spectrum.  

 

The procedure of determining phase-separated fraction p(T) and fitting p(T) curve, as 

well as obtaining physico-chemical characteristics of the phase separation process is 

extensively explained in the Part 1.2.2 of the thesis.  
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Figure 4.1.3. Temperature dependences of p(T) fraction as obtained from integrated intensities 

of “a” and “b” resonances of PVME in neat PVME solution in D2O (wp = 5 wt.%) and 

PVME/additives solutions in D2O (wp = 5 wt.%, wadditive = 5 wt.%). The solid lines are fits 

based on equation (11). 

 

The analysis of PVME phase separation in the presence of additives is done by the 

determination of p(T) fraction of the PVME units with significantly reduced mobility. Phase-

separated fractions p(T) were calculated using equation (11) and are represented in Figure 

4.1.3 for PVME with each additive. Due to the overlapping of CH and O–CH3 polymer 

signals, p(T) fractions of these signals were taken as a whole. The presence of t-BuMK, t-

BuME and t-BuOH additives shift phase separation temperature Tp of PVME to lower values 

due to hydrophobic association with the polymer. Contrary, t-BuAM has the opposite 

influence on Tp and acts as a good solvent for PVME, which reinforces polymer-solvent 

interactions. Moreover, the presence of additives extends the width of the phase separation 

region compare to neat PVME. The most notable influence from all additives has t-BuMK 

(ΔTwidth ≈ 15 °C). The presence of t-BuMK, t-BuME, t-BuAM or t-BuOH additive results in 

pmax about 0.8-0.9 which is comparable to neat PVME. Presumably, the remaining ~ 0.1 

fraction of mobile PVME units comes from short oligomer chains that do not undergo phase 

separation.27  
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Figure 4.1.4. Concentration dependence of the phase separation temperature Tp for 

PVME/additives solutions in D2O (a) wp = 5 wt.% and (b) wp = 10 wt.%. 

 

In Figure 4.1.4 are shown Tp dependences on the additive concentration for two 

PVME concentrations (5 wt.% and 10 wt.%) in the presence of four additives: t-BuAM, t-

BuOH, t-BuME and t-BuMK at concentrations 0 wt.%, 2 wt.%, 5 wt.% and 7 wt.%. A rather 

slight influence of PVME concentration (5 wt.% or 10 wt.%) on the phase separation 

temperature was observed (Figure 4.1.4a,b). For 10 wt.% PVME concentration the Tp is 

shifted about 2 °C lower compared to 5 wt.% PVME solutions. This is attributed to a greater 

number of polymer-polymer contacts and stronger hydrophobic interactions. Phase separation 

temperature Tp decreases with increasing the fraction of t-BuOH, t-BuME and t-BuMK, 

which means that higher additive concentration initiates polymer-polymer interactions at a 

lower temperature. t-BuMK has the biggest effect on Tp of PVME (decrease of ca. 15 °C – 

20 °C), due to the hydrophobic nature of their interactions. Similar influence on the phase 

separation temperature was observed for aqueous solutions of PNIPAM in the presence of 

hydrophobic benzaldehydes, which besides lowering Tp extended the phase separation 

interval.88 Meanwhile, t-BuAM shows a stabilizing effect on phase separation of PVME and 

increases Tp of PVME for ca. 2 °C – 4 °C. t-BuAM behaves as a good solvent and promotes 

interactions between PVME and water. Most probably it is the interaction between NH2 group 

of t-BuAM and etheric oxygen from PVME.  
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Figure 4.1.5. Plot of phase separation temperature Tp of PVME (data from Figure 4.1.4a,b) as 

a function of pKa of the studied additives and their content (wadditive = 0-10 wt %) for 

wp = 5 wt.% and wp = 10 wt.%.  

 

Additives and their influence on phase separation of the polymer can be 

characterized by their acidity/basicity. In Figure 4.1.6 is shown a plot of phase separation 

temperature of PVME/additive system depending on the pKa of each additive. The pKa values 

were obtained from literature; t-BuAM (pKa = 10.68)89, t-BuOH (pKa = 16.54)90, t-BuME 

(pKa = 16.89)91, and t-BuMK (pKa = 20.8).92 The pKa value of neat D2O was set to 14. Values 

for pKa of 5 wt.% and 10 wt.% of PVME were slightly shifted for clarity. Basicity of studied 

additives increases in the following order: t-BuAM > t-BuOH > t-BuME > t-BuMK. Higher 

basicity of additive (higher pKa) lowers the phase separation temperature Tp. As a result, 

PVME phase separation temperature Tp correlates with the pH of D2O/additive solution. 

Time-resolved 1H NMR spin-spin relaxation time T2 experiments were used in order 

to examine the mobility of water and additive molecules in globular structures. Values of T2 

relaxation times were acquired from HDO (together with OH from t-BuOH or NH2 from t-

BuAM) signal at 4.7-4.8 ppm and (CH3)3 groups of the additive at 1.1-1.4 ppm (Figure 4.1.1). 

Changes of polymer conformation (i.e. coil–globule transition) are often accompanied by 

reduced mobility of solvent molecules if trapped in mesoglobular structures. This is well-

demonstrated by lower values of T2 for both HDO and (CH3)3 (from t-BuOH) resonances at 

temperatures above Tp (Table 2) as obtained 10 min after the heating. This effect is more 
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pronounced in samples with higher 10 wt.% PVME content. On the other hand, for PVME in 

D2O/t-BuAM binary mixtures, the T2 values of both HDO and t-BuAM molecules increase 

above Tp temperature. Therefore, weaker interactions of t-BuAM additive than t-BuOH 

molecules with PVME can be presumed. Therefore, based on the T2 values, we can assume 

that in the phase-separated state of PVME some part of HDO and t-BuOH molecules are 

inside or on the surface of polymer globules. Whereas in the case of t-BuAM additive, HDO 

and t-BuAM molecules interact only very weakly with PVME, which indicates no substantial 

binding to  polymer globules.  

 

Table 2. Values of 1H NMR spin-spin relaxation time T2 for PVME in D2O/t-BuOH solution 

(wt-BuOH = 5 wt.%) and in D2O/t-BuAM solution (wt-BuAM = 5 wt.%) below and above phase 

separation temperature as obtained 10 min after heating. 

 Spin-spin relaxation time T2 / s 

Te
m

pe
ra

tu
re

 

t-BuOH (5 wt.%)  t-BuAM (5 wt.%) 

PVME concentration  PVME concentration 

5 wt.%  10 wt.%  5 wt.%  10 wt.% 

HDO  (CH3)3  HDO  (CH3)3  HDO  (CH3)3  HDO  (CH3)3 

Below Tp 
(22 °C) 1.0  1.7  0.9  1.6  1.3  2.2  1.5  2.1 

Above Tp 
(39 °C) 0.38  1.47  0.16  0.8  2.5  3.0  3.1  3.6 

 

Two different type of solvent release behaviour were observed from PVME globular 

structures with t-BuAM and t-BuOH (Figure 4.1.6). T2 values of HDO and (CH3)3 (from t-

BuAM molecules) in PVME/t-BuAM/D2O system are time-independent within the time scale 

of 1.5~3 days for both PVME concentrations (Figure 4.1.6a,b). This means that formed 

globules are rather rigid and stabilized by the presence of t-BuAM. On the other hand, time-

dependent release behavior was observed for PVME/t-BuOH/water system. Above phase 

separation temperature of PVME, the T2 values of HDO and (CH3)3 (from t-BuOH molecules) 
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resonance are gradually increasing with time (see Figure 4.1.6c,d). For 5 wt.% PVME 

concentration the release ceases after about 1 day leaving globular structures rather more 

compact. For this system, the T2 evolution curve has an exponential-like decay, whereas for 

10 wt.% of PVME the T2 evolution curve is more sigmoidal-like. Note that the concentration 

of t-BuOH was kept the same for both concentrations of PVME. The release of water and t-

BuOH molecules from globular structures starts after about ~2 days and reaches the plateau in 

about ~5 days. This delay in release behavior can be explained by rather denser and bigger 

aggregated structures compare to the lower polymer concentration.  

 
Figure 4.1.6. Time dependences of spin-spin relaxation time T2 of (CH3)3 resonances of 

additives (wadditive = 5 wt.%) and HDO resonance above phase separation temperature of 

PVME with t-BuAM (a) wp = 5 wt.% and (b) wp = 10 wt.% and PVME with t-BuOH (c) wp = 

5 wt.% and (d) wp = 10 wt.%. 
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Figure 4.1.7. Model of PVME phase separation based on T2 relaxation time measurements for 

(a) wp = 5 wt.% and (b) wp = 10 wt.% in the presence of t-BuAM and (c) wp = 5 wt.% and (d) 

wp = 10 wt.% in the presence of t-BuOH.  
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Based on time-dependent NMR relaxation measurements phase separation process of 

PVME in the presence of t-BuAM and t-BuOH additives can be visually depicted in the 

following way (Figure 4.1.7). For both PVME concentrations with t-BuAM, immediately 

after the phase separation, the equilibrium state is reached with no water or t-BuAM release 

(Figure 4.1.7a,b). The surface of polymer globules is stabilized by t-BuAM molecules. For 

PVME with t-BuOH different behavior is observed. At lower polymer concentration, 

immediately after the Tp is achieved, the system is in a non-equilibrium state with solvent and 

t-BuOH molecules readily escaping polymer globules. In about 20-24 h the system becomes 

stable (time unchangeable) and more compact (Figure 4.1.7c). At higher PVME content, non-

equilibrium sponge-like structures are formed after phase separation with solvent molecules 

trapped inside. With time, the system slowly releases solvent and additive molecules and 

moves towards the equilibrium (Figure 4.1.7d). 

In summary, phase separation of PVME in the presence of four additives (t-BuAM, t-

BuOH, t-BuME, t-BuMK) has been studied by high resolution NMR spectroscopy. Polymer 

concentration has a rather minor influence on the phase separation temperature Tp compare to 

the additives concentration. Tp of PVME decreases with the increase of additive concentration 

as well as additive type in the following way: t-BuOH > t-BuME > t-BuMK. Such behaviour 

is attributed to hydrophobic association with PVME and is more pronounced for PVME with 

t-BuMK (decrease of Tp ca. 15–20 °C). On the other hand, the presence of t-BuAM shows a 

rather stabilizing effect on Tp of PVME and shifts its Tp to the higher values. This is probably 

due to the interactions between NH2 group of t-BuAM and etheric oxygen from PVME. For 

all studied samples, about 80 to 90% of polymer groups undergo phase separation. Additives 

promote the extension of the phase separation interval which is most pronounced in the case 

of t-BuMK (up to ca. 15 °C). NMR relaxation experiments were used in order to study the 

dynamics of water and additive molecules before and after phase separation. Two different 

models of phase separation were proposed based on spin-spin relaxation time T2 

measurements. The presence of t-BuAM stabilizes PVME globules and thus, no water or 

additive release is observed in the timescale of 1.5~3 days leaving formed globules rather 

rigid. Whereas, in the presence of t-BuOH or t-BuMK87 over time some part of water and 

additive molecules are released from formed PVME globules leaving formed globules rather 

sponge-like. 
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4.2 Influence of additives on phase separation of poly(N-

isopropylacrylamide)  

 

In this chapter of the thesis influence of t-BuOH, t-BuAM, t-BuMK and t-BuME on 

phase separation of PNIPAM will be discussed. This study was done using 1H NMR and 

time-resolved 1H NMR spin-spin relaxation time T2 experiments. These results were fully 

reported in publication 3 (see Appendix).  

1H NMR spectra of PNIPAM in D2O (wp = 5 wt.%) measured below (at 22 °C) and 

above phase separation temperature (at 41 °C) in the presence of four additives: t-BuAM, t-

BuOH, t-BuME and t-BuMK (wadditive = 2 wt.%) are shown in Figure 4.2.1. These spectra 

display that after phase separation the peaks assigned to PNIPAM (“a”, “b”, “c” and “d” 

peaks in Figure 4.2.1) vanish from high resolution NMR spectra. The cause of this behaviour 

is the low mobility of PNIPAM chains in globular structures above the phase separation 

temperature.93 Lower mobility of polymer chains is reflected by the shorter T2 relaxation time 

of proton signals of polymer groups and thus they are displayed by wider peaks in the 1H 

NMR spectrum. Likewise, for methyl signals corresponding to additives (“x” and “y”), one 

can see resonance broadening and intensity decrease with increasing temperature. These 

changes in the spectra indicate that additives participating in phase separation. 
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Figure 4.2.1. 1H NMR spectra of PNIPAM (wp = 5 wt.%) in D2O below (at 22 °C) and above 

(at ca. 41 °C) phase separation temperature in the presence of wadditive = 2 wt.% of each of the 

additive: (a) t-BuAM, (b) t-BuOH, (c) t-BuME and (d) t-BuMK.  



54 

The procedure of determining phase-separated fraction p(T) and fitting p(T) curve, as 

well as obtaining physico-chemical characteristics of the phase separation process was 

explained in detail in Part 1.2.2 of the thesis. Further analysis of p(T) fraction was done 

similarly to the PVME system.  

 

Figure 4.2.2. Temperature dependences of phase-separated fraction p(T) of wp = 5 wt.% of 

PNIPAM in D2O as obtained from the “b” resonance of PNIPAM in the presence of additives 

(wadditive = 5 wt.%). The solid lines are fits based on equation (11). 

 

The Figure 4.2.2 shows how phase separation fractions p(T) of “b” resonance of 

PNIPAM (wp = 5 wt.%) change in the presence of t-BuAM, t-BuOH, t-BuME and t-BuMK 

(wadditive = 5 wt.%). Two-state thermodynamic model of phase separation (equation (11)) was 

used for fitting p(T) curves. The phase separation temperatures Tp of PNIPAM is strongly 

influenced by the presence of additives and is decreasing in the following manner: neat 

PNIPAM ˃ t-BuAM ˃ t-BuOH ˃ t-BuME ˃ t-BuMK (Figure 4.2.3). This behaviour was 

observed for both polymer concentrations 5 wt.% and 10 wt.%. For all studied additives more 

than 90% (pmax) of PNIPAM chains transit to globular state at temperatures higher than their 

phase separation temperature. All studied systems showed a relatively narrow width of phase 

separation (ΔTwidth) up to 5 °C. From obtained results, Tp of studied systems is rather 

independent of polymer concentration but strongly dependent on the type of additive. In these 

PNIPAM /D2O/additive systems, no precipitation (sedimentation) was observed even after a 

long time in the order of days. Note, in the presence of additives protons from the main and 
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side chains of PNIPAM undergo phase separation at the same time, as it was reported 

previously for the neat PNIPAM/D2O and PVME/D2O solutions.94,95 

 

Figure 4.2.3. Influence of additives concentration on phase separation temperatures Tp of 

PNIPAM (a) wp = 5 wt.% and (b) wp = 10 wt.%. 

 

Figure 4.2.3 shows Tp dependences on the concentration of t-BuAM, t-BuOH, t-

BuME and t-BuMK additives for two PNIPAM concentrations (5 wt.% and 10 wt.%). Rather 

small influence of PNIPAM concentration (compare 5 wt.% and 10 wt.%) on its phase 

separation temperature was observed (Figure 4.2.3a,b). Phase separation temperature Tp 

decreases with increasing fraction of additive (independent of the type), which means that 

higher additive concentration initiates the hydrophobic association of polymer chains at a 

lower temperature. Tp is highly affected by additive presence and decrease in the following 

way: t-BuAM ˃ t-BuOH ˃ t-BuME ˃ t-BuMK. t-BuMK has the biggest effect on Tp of 

PNIPAM (decrease of ca. 10 °C), due to the hydrophobic nature of their interactions. We 

supposed that (CH3)3 groups of t-BuMK form a cage around hydrophobic groups of PNIPAM, 

and as a result, remove water molecules from the vicinity of polymer chains and initiate phase 

separation at a lower temperature.  
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Figure 4.2.4. Influence of additives concentration on width of phase separation ΔTwidth of 

PNIPAM at (a) wp = 5 wt.% and (b) wp = 10 wt.%.  

 

ΔTwidth is independent of PNIPAM concentration and just depends on the additives 

type. Furthermore, rising the additive fraction in the polymer solution slightly broadens the 

phase separation interval (ΔTwidth; Figure 4.2.4a,b). The most pronounced effect with 5 °C 

width of phase separation interval was detected for t-BuMK. The extended phase separation 

temperature interval is associated with a slightly prolonged reorganization of polymer chains 

during phase separation.  

 

Figure 4.2.5. Influence of additives concentration on the maximum fraction of phase-

separated PNIPAM units pmax of PNIPAM (a) wp = 5 wt.% and (b) wp = 10 wt.%.  
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The effect of additive concentration on the amount of polymer chain participating in 

phase separation for both polymer concentrations is shown in Figure 4.2.5a,b. For all studied 

additives values of pmax are more than 0.9, thus more than 90% of polymer chains are 

restricted in mobility above the phase separation temperature. This confirms the formation of 

highly rigid globular structures with just a small portion of mobile PNIPAM chains (Figure 

4.2.5).  

 

Figure 4.2.6. Phase separation parameters of PNIPAM (wp = 5 wt.% and wp = 10 wt.% ) in the 

presence of the additives. (a, b) Variations in standard enthalpy, ΔH. (c, d) Variations in 

standard entropy, ΔS.  

 

Additionally, enthalpy and entropy changes were extracted from NMR data by fitting 

procedure using equation (11), as seen for example in Figure 4.2.2. Increasing the fraction of 

any additive decreases both enthalpy (ΔH; Figure 4.2.6a,b) and entropy change (ΔS; Figure 

4.2.6c,d) associated with phase separation of PNIPAM. In order to evaluate the nature of 
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molecular interactions between additives with the polymer, the value of additive’s relative 

hydrophobicity was calculated. It was done using HSPiP software96 and is represented in the 

following order starting from least to most hydrophobic: t-BuAM (0.3) > t-BuOH (0.5) > t-

BuME (0.9) > t-BuMK (1.2). Therefore, t-BuAM affects the phase separation of PNIPAM the 

least, whereas t-BuMK hydrophobically associates with PNIPAM the most and shifts its Tp 

for about 10 °C (Figure 4.2.4a,b). This hydrophobic interaction with the polymer has a 

pronounced influence on the enthalpy of phase separation. The presence of a hydrophobic 

additive removes water molecules from the proximity of polymer chains, resulting in fewer 

hydrogen bonds between water and polymer chains. As a consequence, ΔH for systems with 

additives is lower; polymer undergoes phase separation earlier because of lower energy 

barrier needed for breaking hydrogen bonds between water and polymer molecules.  

 

Figure 4.2.7. Plot of phase separation temperature Tp of PNIPAM (data from Figure 5a,b) as a 

function of pKa of the studied additives and their content (wadditive = 0-7 wt %) for wp = 5 wt.% 

and wp = 10 wt.%. 

 

As in the PVME system, the influence of additives on phase separation of the 

polymer was characterized from the pH point of view. In Figure 4.2.7 is shown a plot of phase 

separation temperature of PNIPAM/additive system depending on pKa for each of the studied 

additives. Likewise to PVME, basicity as well as hydrophobicity of PNIPAM increases in the 

following order: t-BuAM > t-BuOH > t-BuME > t-BuMK. Higher basicity (same as higher 
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pKa) lowers the phase separation temperature Tp. Therefore, PNIPAM phase separation 

temperature Tp is related to the pH, which is tuned by the concentration of additive. 

 

Figure 4.2.8. Time dependency of spin-spin relaxation time T2 of HDO resonances of additive 

(wadditive = 5 wt.%) below (T = 286 K = 13 °C) and above (T = 310 K = 37 °C) phase 

separation temperature of PNIPAM (wp = 5 wt.%). T2 values measured in the presence of (a) 

t-BuAM, (b) t-BuME, (c) t-BuOH and (d) t-BuMK. 

 

In order to obtain information about the mobility of water and additive molecules 

during temperature-induced phase separation, a series of time-dependent 1H spin-spin 

relaxation times T2 were measured (Figure 4.2.8 and 4.2.9). T2 values of residue HDO and 

(CH3)3 protons of t-BuAM, t-BuOH, t-BuME and t-BuMK were acquired below and above 

separation temperature for PNIPAM/D2O solution (wp = 5 wt.%). From the data shown in 

Figure 4.2.8 and 4.2.9 follow that T2 values above phase separation temperature (T = 37 °C) 

are significantly shorter than those below phase separation temperature (T = 13 °C) for both 
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HDO and t-butyl (CH3)3 signals. This finding indicates that both water and additive molecules 

show spatially restricted mobility due to phase separation of PNIPAM. The only exception is 

extremely low mobility of HDO molecules at low temperature for PNIPAM/t-BuAM system 

(Figure 4.2.8a). The unusually low T2 of HDO molecules in sample with t-BuAM at 13 °C is 

due to strong interaction between primary anime NH2 group of t-BuAM and water molecules 

(which also includes chemical exchange of protons). This effect is also manifested by 

considerable increase of viscosity of water/t-BuAM binary mixture which is strongly 

dependent on t-BuAM content and moderately on temperature.97 These interactions are 

known to significantly contribute to relaxation processes and thus reducing T2 relaxation time 

of residual HDO molecules. 

 
Figure 4.2.9. Time dependency of spin-spin relaxation time T2 of (CH3)3 resonances of 

additive (wadditive = 5 wt.%) below (at T = 286 K = 13 °C) and above (at T = 310 K = 37 °C) 

phase separation temperature of PNIPAM (wp = 5 wt.%). T2 values measured in the presence 

of (a) t-BuAM, (b) t-BuME, (c) t-BuOH and (d) t-BuMK.  
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In all cases, single resonance for both HDO and (CH3)3 signals were observed in the 
1H NMR spectrum and all T2 curves had mono-exponential character. The observed T2 values 

at temperatures above Tp correspond to a weighted average of free and bound T2 values. 

Afterwards, in order to evaluate the dynamics and stability of polymer globules time 

dependence of spin-spin relaxation times T2 were measured. After reaching an elevated 

temperature (T = 37 °C) studied samples were kept in the NMR magnet for a few days (Figure 

4.2.8 and 4.2.9a-d). No changes in T2 values over time were observed for HDO (T2 ≈ 0.7 s) 

and (CH3)3 groups of additives (T2 ≈ 0.2 s). Therefore, no solvent molecules releasing process 

was detected for the bound solvent molecules, which suggests that the presence of additives 

stabilize mesoglobular structures. This further indicates that these systems are colloidally 

stable solutions, such that the phase-separated particles do not aggregate and precipitate. In 

contrast, the T2 relaxation time of water in a neat PNIPAM/D2O system shows slow recovery 

to its original value within 130 hours (5.5 days).10 This finding corresponds to the very slow 

release of water from polymer mesoglobules, thus making these structures more compact and 

rigid. On the other hand, the presence of studied additives demonstrates stabilizing effect on 

PNIPAM globules, since no water and/or the additives are released from mesoglobular 

structures within 3-8 days (Figure 4.2.8 and 4.2.9). These findings suggest that hydrophobic 

association of additives with PNIPAM, create somewhat a shell, which restricts aggregation 

and precipitation of polymer globules.  

In summary, phase separation of PNIPAM in the presence of four additives (t-

BuAM, t-BuOH, t-BuME, t-BuMK) has been studied by NMR. After fitting procedure, Tp, 

pmax, ΔTwidth, ΔH and ΔS values connected with phase separation were extracted. Polymer 

concentration has an insignificant influence on the phase separation temperature Tp compare 

to additive effect. Tp decreases with an increase of additive concentration as well as additive 

type in the following way: t-BuAM > t-BuOH > t-BuME > t-BuMK. This behaviour is 

attributed to hydrophobic association with PNIPAM and is strongest for PNIPAM with t-

BuMK additive (ca. 10 °C decrease of Tp). For all studied samples, more than 90% of 

polymer groups undergo phase separation with a rather narrow phase separation temperature 

interval (up to ca. 5 °C). The dynamics of water and additive molecules before and after phase 

separation was studied by NMR relaxation experiments. Spin-spin relaxation time T2 

measurements revealed that water and additive molecules are spatially restricted in the 

globular state. The presence of additives shows a stabilizing effect on PNIPAM globules.   
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4.3 Study of the phase behaviour of porphyrin-PNIPAM conjugates  

 

Novel porphyrin-PNIPAM conjugates demonstrate both properties of porphyrin (J-

/H-aggregates formation, pH sensitivity) and the polymer (phase separation and co-

nonsolvency effects). In this part of the thesis, a systematic study of novel 

tetraphenylporphyrin with a four-arm star-shaped poly(N-isopropylacrylamide) (PNIPAM) 

polymer is described. This study was done using 1H NMR, DSC, SAXS, UV-Vis, PL, DSL 

and OM. Currently, a manuscript containing our findings in this topic is under preparation for 

publication.  

 

4.3.1 The phase separation phenomenon  

 

The phase separation phenomenon was studied in D2O solution using high resolution 

NMR spectroscopy. 1H NMR spectra were acquired at different temperatures. The typical 

behaviour of PP22.7 (φPP = 1.48 vol.%) is demonstrated in Figure 4.3.1. The spectra show a 

clear onset of the phase separation around 27 °C. Note, peaks from porphyrin core are very 

broad and undetectable in water solution due to its hydrophobic nature. While temperature 

increases from 18 °C to 45 °C, a gradual decrease of PNIPAM resonance intensity is observed 

(“a”, “b”, “c”, “d” and “e” resonances in Figure 4.3.1), due to the restricted mobility of 

polymer chains. The “b” resonance of the CH pendant group of PNIPAM does not overlap 

with other signals in the 1H NMR spectrum, thus it was chosen for further quantitative 

characterization of PNIPAM units participating in the phase separation. The “b” signal was 

integrated and obtained intensities were used in equation (6) to calculate the value of the 

phase-separated fraction of PNIPAM units p(T).21,74 
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Figure 4.3.1. 1H NMR spectra of PP22.7 (φPP = 1.48 vol.%) in D2O solvent measured from 18 

to 45 °C at pD = 7.4, where pD = pH + 0.4. An assignment of PP signals is shown at the top 

spectrum. The value of phase-separated fraction p is given for each spectrum.  

 

Figure 4.3.2 shows phase-separated fractions p(T) calculated from NMR 

experimental data of PP8.4 and PP22.7 conjugates in D2O at different concentrations of PP. 

PP8.4 was studied in the concentration range of 0.033-8.2 vol.% and PP22.7 was studied in the 

concentration range of 0.031-5.9 vol.%. It can be seen that the phase separation temperature 

Tp decreases with increasing sample concentration for both PP conjugates. It is also evident 

that Tp of PP8.4 is a few degrees lower than Tp of PP22.7, which means that PP with shorter 
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PNIPAM chains phase separates at lower temperature. This behaviour is opposite to usual 

LCST type behaviour of polymers, where higher molecular weight lowers the Tp. The PP 

conjugate behaviour can be attributed to the hydrophobic effect of porphyrin core. The 

hydrophobic core experience less screening in PP conjugates with shorter PNIPAM chains 

and thus is less soluble, which results in lower Tp. We also suppose that the phase separation 

starts from polymer units close to porphyrin hydrophobic core and then proceed along the 

polymer chains. For both types of conjugates more than 90% (pmax) of polymer chains appears 

in globular state at temperatures higher than the phase separation temperature. Two-state 

model of phase separation was used for both PP conjugates. One- and two-component model 

(consisting of one or two curves with equation (11)) of phase separation were used for fitting 

experimental p(T) curves of PP8.4 and PP22.7, respectively. This was done in order to fit 

accurately p(T) of PP8.4 and PP22.7 conjugates with slightly different molecular weight 

distribution, (dispersity ĐM = 1.09 and 1.15 for PP8.4 and PP22.7, respectively). PP8.4 showed 

wider phase separation interval (ΔTwidth) compared to PP22.7 (Figure 4.3.2). Higher dispersity 

value might be the reason for presence of a “shoulder” on p(T) curve of PP22.7 conjugate 

above p(T) > 0.8. Our results indicate that Tp of the porphyrin-PNIPAM conjugates can be 

tuned by PP concentration and by changing the length of PNIPAM chains in opposite manner 

then usually observed in LCST systems. The values of Tp as obtained from NMR are plotted 

in T-φPP phase diagram as shown in Figure 4.3.5a.  

 



65 

 

Figure 4.3.2. Temperature dependences of phase-separated fraction p(T) of PP (in D2O) as 

obtained from the “b” resonance of PNIPAM for (a) PP8.4 and (b) PP22.7. Samples with 

different volume fractions φPP were dissolved in D2O and measured from 11 to 45 °C. Key: 

Full squares = experimental points, Solid lines = fits according to equation (11).  

 

DSC is a complementary method to NMR and provides additional information about 

the phase separation phenomenon. In Figure 4.3.3 are shown selected concentration 

dependent DSC thermograms for both PP conjugates. The thermograms provide information 

about phase separation temperature (Tp) and enthalpy of the phase separation (∆HDSC). In 

Figure 4.3.3, the phase separation of PNIPAM is represented by endothermic peak upon 
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heating.6,12,98 Increasing PP concentration decreases the phase separation temperature (Figure 

4.3.5b), which is in agreement with NMR data as seen in Figure 4.3.5a. The DSC data also 

display higher Tp values for PP with longer PNIPAM chains.  

 

 

Figure 4.3.3. DSC heating scans at different concentrations for (a) PP8.4 and (b) PP22.7 

solutions in D2O.  

 

The enthalpy changes as obtained from NMR (∆HNMR) using fitting procedure 

applied on experimental data and enthalpy changes from DSC (∆HDSC) analysis provide 

together additional information about the cooperativity of PP phase separation process. 

Assuming that the phase separation is a cooperative process, where the polymer chains (or 

their parts) undergo a transition as a whole by forming cooperative domains (coop. domains). 

The dimensional analyses of equation (11) together with the nature of NMR observed quantity 

(i.e. decrease of intensity of PP resonances) as obtained during the phase separation indicate 

that the ∆HNMR enthalpy values are related to mol of cooperative units.98 Thus, the 

comparison of ∆HNMR with ∆HDSC provides an important insight into the polymer 

cooperativity during the phase separation process. The ratio ∆HNMR/∆HDSC represents the 

average number of monomer units in one cooperative domain and quantitatively represents 

the degree of cooperativity.  

𝑠𝑠𝑛𝑛𝑛𝑛𝑛𝑛𝑒𝑒𝑛𝑛 𝑜𝑜𝑜𝑜 𝑛𝑛𝑜𝑜𝑠𝑠𝑜𝑜𝑛𝑛. 𝑛𝑛𝑠𝑠𝑠𝑠𝑢𝑢𝑠𝑠 𝑠𝑠𝑠𝑠 𝑐𝑐𝑜𝑜𝑜𝑜𝑝𝑝.  𝑑𝑑𝑜𝑜𝑛𝑛𝑑𝑑𝑠𝑠𝑠𝑠 = ∆𝐻𝐻NMR(J mol 𝑠𝑠𝑜𝑜 𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠.  𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑑𝑑𝑠𝑠𝑠𝑠⁄ )
∆𝐻𝐻DSC(J mol 𝑠𝑠𝑜𝑜 𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠𝑠.  𝑢𝑢𝑠𝑠𝑑𝑑𝑠𝑠⁄ )

  (26) 

For further calculations, measured DSC values of ∆HDSC in J/g of polymer were recalculated 

to mol of monomeric units (J/mol of monom. units): 
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∆𝐻𝐻DSC(J mol 𝑜𝑜𝑜𝑜 𝑛𝑛𝑜𝑜𝑠𝑠𝑜𝑜𝑛𝑛.  𝑛𝑛𝑠𝑠𝑠𝑠𝑢𝑢⁄ ) = ∆𝐻𝐻𝐷𝐷𝑆𝑆𝐷𝐷(J g 𝑜𝑜𝑜𝑜 𝑝𝑝𝑜𝑜𝑝𝑝𝑝𝑝𝑛𝑛𝑒𝑒𝑛𝑛⁄ ) × 𝑀𝑀𝑤𝑤, (27) 

where Mw is the molecular weight in g/mol. 

 

Figure 4.3.4. (a) PP volume fraction (in D2O) dependence of enthalpy changes as obtained 

from NMR and DSC. (b) PP volume fraction (in D2O) dependence of number of monomer 

units in a cooperative domain for both PP conjugates.  

 

The results obtained from both NMR and DSC techniques show that the enthalpy 

change (at particular PP vol. fraction) is lower for PP8.4 compare to PP22.7 and monotonically 

decreases with concentration (Figure 4.3.4a). Furthermore, increasing the concentration of 

both PP8.4 and PP22.7 leads to an increase in number of monomer units in a cooperative 
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domain (Figure 4.3.4b). One molecule of PP8.4 consists on average about 56 NIPAM 

monomeric units, whereas one molecule of PP22.7 contains 168 NIPAM units. At the 

concentration around 2 vol.%, in the case of both PP8.4 and PP22.7 conjugates, 168 monomer 

units of NIPAM form a cooperative domain. It is fairly difficult to estimate whether (at 

φPP = 1.8 vol.%) the domain is formed by one PP22.7 molecule or rather by a group of 

PNIPAM chains from different molecules (the same consideration applies to ca. three 

molecules of PP8.4). One can see that at the same concentration roughly the same number of 

monomeric units form cooperative domain for both PP conjugates (Figure 4.3.4b). Thus, 

despite the different molecular weight of two conjugates, they form cooperative domains 

consisting of approximately the same number of monomeric units and this number is solely 

dependent on the weight fraction of conjugate in water. 

Figure 4.3.5 shows phase diagrams for PP8.4 and PP22.7 as constructed from NMR 

and DSC data. Theoretical binodal and spinodal curves were derived using the Flory–Huggins 

(F–H) theory99-102 and subsequently were used to fit the experimental data. 

The F–H mean-field lattice theory provides an expression for the Gibbs free energy 

of mixing of solvent molecules (D2O) and PP conjugates (treated as star-shaped polymers) in 

the following form: 

∆𝐺𝐺mix = 𝑁𝑁𝑅𝑅𝑇𝑇 �φ1𝑝𝑝𝑠𝑠φ1 + 1
𝑠𝑠
φ2𝑝𝑝𝑠𝑠φ2 + χ�𝑇𝑇, φ2�φ1φ2�,  (28a) 

φ1 = 𝑁𝑁1
𝑁𝑁1+𝑠𝑠𝑁𝑁2

,  (28b) 

φ2 = 𝑠𝑠𝑁𝑁2
𝑁𝑁1+𝑠𝑠𝑁𝑁2

,  (28c) 

𝑁𝑁 = 𝑁𝑁1 + 𝑛𝑛𝑁𝑁2,  (28d) 

where N is the number of lattice cells, R is the gas constant, T is the absolute temperature, φ1 

and φ2 are the volume fraction of water (D2O) and PP conjugate, respectively, and φ1 + φ2 = 1. 

Coefficient r = VPP/VD2O is the ratio of volumes of one PP conjugate molecule 

(VPP8.4 = 12680 Å3, VPP22.7 = 34267 Å3) and one D2O molecule (VD2O = 30.04 Å3). N1 and N2 

are the numbers of solvent molecules and PP conjugate molecules, respectively. The χ(T,φ2) 

is the generalized Flory-Huggins interaction parameter dependent on T and also on φ2 in the 

form of equation (29)103: 

χ�𝑇𝑇, φ2� = 𝛼𝛼𝑇𝑇−1 + 𝛽𝛽 + 𝛾𝛾φ2,   (29) 
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where α, β and γ are experimentally determined enthalpy (α) and excess entropy (β and γ) 

coefficients. The phase behaviour can be derived from equations (28) with the F-H interaction 

parameter defined in equation (29) based on the criteria for equilibrium (binodal) and limit of 

stability (spinodal) evaluated at constant temperature and pressure. The conditions for the 

coexistence of phases (binodal curve) require equality of chemical potentials Δμi of both 

components (i = 1, 2) in both phases (usually called solvent-rich phase I and polymer-rich 

phase II) which are expressed in equations (30): 

Δ𝜇𝜇1�φ2
 I� = Δ𝜇𝜇1�φ2

 II�,  (30a) 

Δ𝜇𝜇2�φ2
 I� = Δ𝜇𝜇2�φ2

 II�,  (30b) 

where chemical potential Δμi is defined as 

Δ𝜇𝜇𝑑𝑑 = �𝜕𝜕∆𝐺𝐺mix
𝜕𝜕𝑁𝑁𝑖𝑖

�
𝑇𝑇,𝑠𝑠

.  (31) 

Evaluation of equations (30) yields after some rearrangement two non-linear equations which 

need to be solved simultaneously: 

ln �1−φ2
 I

1−φ2
 II� + �1 − 1

𝑠𝑠
� �φ2

 I − φ2
 II� + �𝛼𝛼

𝑇𝑇
+ 𝛽𝛽 − 𝛾𝛾� �φ2

 I2 − φ2
 II2� + 2𝛾𝛾 �φ2

 I3 − φ2
 II3� = 0,

 (32a) 

ln � φ2
 I

φ2
 II� + (𝑛𝑛 − 1)�φ2

 I − φ2
 II� + 𝑛𝑛 �𝛼𝛼

𝑇𝑇
+ 𝛽𝛽� ��1 − φ2

 I�
2
− �1 − φ2

 II�
2
�   

+2𝑛𝑛𝛾𝛾 �φ2
 I�1 − φ2

 I�
2
− φ2

 II�1 − φ2
 II�

2
� = 0. (32b) 

It is possible to express T from equation (32a) in the following form (this value is denoted as 

Tp for consistency with experimental data): 

𝑇𝑇p ≡ 𝑇𝑇 =
−𝛼𝛼�φ2

 I2−φ2
 II2�

ln�
1−φ2

 I

1−φ2
 II�+�1−

1
𝑠𝑠��φ2

 I−φ2
 II�+𝛽𝛽�φ2

 I2−φ2
 II2�−𝛾𝛾��1−2φ2

 I�φ2
 I2−�1−2φ2

 II�φ2
 II2�

  

 (33) 

and it can be substituted into equation (32b) yielding the equation (34): 
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�φ2
 I + φ2

 II� ln � φ2
 I

φ2
 II� − 𝑛𝑛�φ2

 I + φ2
 II − 2� ln �1−φ2

 I

1−φ2
 II� + 2(𝑛𝑛 − 1)�φ2

 I − φ2
 II� +

𝑛𝑛𝛾𝛾�φ2
 I − φ2

 II�
3

= 0. (34) 

Equation (34) can be solved using the numerical bisection method in the following manner. 

We set volume fraction of PP conjugate φ2
 I (which can be also denoted as φPP ≡ φ2

 I also for 

consistency with experimental data) as a constant parameter and obtain numerically the 

solution φ2
 II of equation (34) in the interval φ2

 II  ∈  (0, 1). The φ2
 I (≡ φPP) and φ2

 II values are 

then input into equation (33), which gives the phase separation temperature Tp. By using this 

approach, we can construct a theoretical binodal curve dependent on r, α, β and γ parameters. 

These parameters (except r, which is already defined above by volumes of D2O and PP 

molecules) are determined when the theoretical binodal is fitted to experimental data as seen 

in Figure 4.3.5 with values of r, α, β and γ showed in Table 3.  

The enthalpic parameter α is negative in all cases studied implying a net attractive 

interaction between D2O and PP molecules (mediated through hydrogen bonds). This is fully 

consistent with the LCST-type phase diagram.104 The β and γ parameters are connected with 

the mechanism of intermolecular packing. Their values are both positive therefore decreasing 

entropic contribution to the Gibbs free energy of mixing ΔGmix. The value of γ is greater than 

0.25 (Table 3) in all the cases studied here, which is consistent with Type II phase diagram 

typical for PNIPAM polymer.103,105,106 The Type II phase diagram (with necessary condition γ 

> 1/6 ≈ 0.17)107 has off-zero and polymer chain length (almost) independent positioning of 

critical point.103,105-107 The positions of critical points (φPP
LCST and TLCST) for each PP conjugate 

obtained using both NMR and DSC methods are shown in Table 3. 

In order to calculate the spinodal phase boundary we use the stability condition in the form: 

�𝜕𝜕
2∆𝐺𝐺mix
𝜕𝜕φ2

 2 �
𝑇𝑇,𝑠𝑠

= 0.  (35) 

Evaluation of the second derivative and rearrangement gives the spinodal boundary Tspin(φ2) 

in the closed-form expression as:  

𝑇𝑇spin = 2𝛼𝛼𝑠𝑠�1−φ2�φ2
1+(𝑠𝑠−1)φ2+2𝑠𝑠�𝛾𝛾�1−3φ2�−𝛽𝛽��1−φ2�φ2

.  (36) 

For correspondence with experimental results, note that φ2 ≡ φPP. The α, β and γ coefficients 

are those obtained from fitting of binodals (see Table 3) and actual spinodals are plotted in 

Figure 4.3.6 as dashed lines. 
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Table 3. Phase diagram parameters as obtained from fitting of Flory–Huggins theory 

 
 PP8.4  PP22.7 

Parameter  DSC  NMR  DSC  NMR 

φPP
LCST/ (vol.%)  20.8  20.8  19.2  19.2 

TLCST/ °C  20.4  19.9  26.9  25.5 

r  422.1  422.1  1140.7  1140.7 

α / K  -936.7  -1118.2  -442.0  -1131.9 

β  3.92  4.55  2.20  4.52 

γ  0.26  0.26  0.25  0.25 

 

 

As expected, both DSC and NMR methods provide comparable position of LCST critical 

point (φPP
LCST, TLCST) for each PP conjugate. The higher molecular weight PP22.7 has TLCST 

about 6 °C higher than PP8.4, which (as mentioned above) is contrary to expectations for 

LCST behaviour polymers. Slight differences exist between the LCST (i.e. TLCST) position 

obtained by NMR and DSC data for each particular PP conjugate, with the DSC values being 

higher. The effect of heating rate (in our case 10 °C/min) during DSC measurements is likely 

to be responsible for this since it is known that greater heating rates can lead to an increase in 

the onset temperature of endothermic peaks in DSC. Note that the porphyrin-PNIPAM 

solution changes its opaque state from transparent red to turbid red upon heating while 

transitioning from coil to globule state (pictures of vials are shown in Figure 4.3.5a,b). 
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Figure 4.3.5. Phase diagrams of PP8.4 and PP22.7 in D2O from (a) NMR and (b) DSC. Binodal 

and spinodal curves fitted using Flory–Huggins theory. Photos of PP8.4 (φPP = 0.45 vol.%) in 

H2O at 20 °C (red colour) and 50 °C (turbid red colour). A green light laser pointer (532 nm) 

is directed (from right side) through the solution to illustrate turbidity. 

 

In order to gain more information about the internal structure of porphyrin-PNIPAM 

conjugates in D2O (i.e. sizes and shapes) a SAXS technique was applied. A series of samples 

at different concentrations of PP were measured. PP8.4 was studied in the concentration range 

of 0.14-1.44 wt.% and PP22.7 was studied in the concentration range of 0.13-4.31 wt.%. 

Obtained data were fitted using SASFit software.82 The scattering curves of PP conjugates 
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were fitted using two different form factor models, namely: polydisperse spheroids (i.e. 

ellipsoids with two equal minor axes) at low temperatures (T < Tp) and polydisperse spheres at 

high temperatures (T > Tp) with the Schulz-Zimm polydispersity applied to both models. To 

improve quality of fits, the contribution from large aggregates was added to both models. It 

should be noted that the scattering data at low temperatures (T < Tp) were fitted with a hard 

sphere model as the first step. However, this model was abandoned due to unrealistically high 

Schulz-Zimm polydispersity value (0.8-0.9), which was in disagreement with other 

experimental data.  

 

Figure 4.3.6. Scattered intensity Is as a function of the scattering vector q for (a) PP8.4 

(wPP = 0.46 wt.%) and (b) PP22.7 (wPP = 0.43 wt.%) measured at different temperatures. The 

dimensions of spheroids (ellipsoids with two equal minor axes) at 5 °C and diameter for 

spheres at 55 °C are calculated according to the SAXS data. Solid lines are fits of SAXS data 

as obtained from SASFit software. 

 

The scattering curves for PP8.4 at temperatures 5–20 °C have similar shape, which 

means that the particles are similar in size and structure (Figure 4.3.6a). The PP8.4 molecules 

in the solution at 5 °C form prolate spheroids with dimensions of 6 nm × 6 nm × 26 nm and a 

modest polydispersity value of 0.22. However, the scattering curves at elevated temperatures 

differed from the one at lower temperatures reflecting the change in shape or/and size of the 

nanostructure. At 25 °C (above Tp) and 30 °C two types of particles were found: prolate 

spheroids and spheres. Further temperature increase to 55 °C led to the formation of spheres 

with 32 nm in diameter and a rather low polydispersity value of 0.11. Similar data were 

obtained for PP22.7: prolate spheroids at T < Tp (10 nm × 10 nm × 30 nm and polydispersity 



74 

0.18), prolate spheroids and spheres at 25 °C (close to the phase separation temperature), and 

spheres at T > 35 °C (above Tp) (46 nm and polydispersity 0.45) as seen in Figure 4.3.6b. It is 

worth to mention that the dimensions of PP8.4 nanoparticles are generally smaller than PP22.7 

(at the same weight concentration). This molecular weight dependence can be rationalized in 

terms of higher chance of physical entanglements of PP molecules with longer PNIPAM 

chain. 

To summarise, the phase separation phenomenon of porphyrin-PNIPAM conjugates 

was studied by means of NMR, DSC and SAXS. LCST of PP conjugates can be tuned by 

sample concentration and by changing the length of PNIPAM chains in the opposite manner 

that is usually expected for LCST-type polymers. Despite the different molecular weight of 

the two conjugates, they form cooperative domains consisting of approximately the same 

number of monomeric units and this number is solely dependent on the volume fraction of PP 

conjugate in water. Below phase separation the PP conjugates form prolate spheroids, while 

above the phase separation spheres are formed.  

 

4.3.2 Stacked structures and pH responsiveness (protonation) phenomenon 

 

Small angle X-Ray scattering (SAXS) technique was used for the detection of sizes 

and shapes of PP stacked structures in D2O at temperature T = 5 °C (below Tp). It can be seen 

that the major axis of prolate spheroids increases with increasing PP concentration while the 

minor axis remains independent of PP concentration (Figure 4.3.7a). The minor axes as 

obtained from SAXS (ca. 6 nm and 9 nm for PP8.4 and PP22.7, respectively) are shorter than 

the diameter across one extended star-shape PP conjugate molecule (end-to-end distance) as 

estimated from its structure (ca. 9 nm and 23 nm for PP8.4 and PP22.7, respectively). This is in 

good agreement since the PNIPAM chains are flexible and tend to form polymer coil structure 

with shorter average end-to-end distance. Thus, the increase in the size of the major axis 

indicates that porphyrin cores form aggregates due to π-stacking.108 The dimensions as 

obtained from SAXS also allow to estimate number of PP molecules in one aggregate. For 

example, at wPP = 0.45 wt.% (Figure 4.3.7), the aggregates formed by PP8.4 and PP22 contain 

about 310 and 370 molecules, respectively. However, their precise structure (J- or H-

aggregate) cannot be unambiguously determined from SAXS data. In order to determine the 

type of aggregated structure absorption (UV-Vis) and emission (PL) spectra of PP22.7 
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conjugate in D2O were measured (Figure 4.3.7b). Soret band in the UV-Vis spectrum is 

located at 418 nm and maximum of emission in PL spectrum is at 650 nm. This difference, 

called Stokes shift, is remarkably large and typical for H-aggregates.109 

 

Figure 4.3.7. (a) PP stacked structures dimensions as obtained by SAXS: concentration 

dependence of major and minor axes (i.e. major and minor diameters) of prolate spheroids 

formed at 5 °C (T < Tp) in D2O. (b) UV-Vis spectrum of PP22.7 (wPP = 0.0027 wt.%) in D2O at 

20 °C (green spectrum). Photoluminescence spectrum (λex = 420 nm) of PP22.7 

(wPP = 0.011 wt.%) in H2O at 25 °C (brown spectrum).  

 

Protonation (or equivalently pH responsiveness) of PP conjugates was studied by 

UV-Vis spectrophotometry. The protonation of porphyrin core in the presence of an acid is 

typically represented by shift of Soret band to the higher wavelength.55 This behaviour was 

observed for both PP conjugates when the Soret band shifted in the absorption spectrum from 

about 406-418 nm to 440 nm (Figure 4.3.8). At 20 °C this spectral variation is accompanied 

with colour change from red to green (Figure 4.3.8a). Furthermore, porphyrin core stays 

protonated even at 55 °C, when phase separation is already has taken place and the solution 

colour changed from turbid red to turbid green (Figure 4.3.8b).  
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Figure 4.3.8. UV-Vis titration of PP22.7 in H2O (wPP = 0.0027 wt.%, cPP = 1.3 µM) with (S)-

CSA acid at (a) 20 °C and at (b) 55 °C. Final concentration of [(S)-CSA] = 111.9 mM. Note 

that the band at 280 nm corresponds to (S)-CSA. The Soret band of porphyrin moiety is 

located at 420 nm where the protonation effects can be seen. Photos of vials with PP 

(wPP = 0.5 wt.%, cPP = 0.7 mM) solution in H2O: (a) at 20 °C without acid (red solution; at the 

bottom) and in the presence of 22 equiv. of (S)-CSA acid (15 mM) (green solution; at the top); 

(b) at 50 °C without acid (turbid red solution; at the bottom) and in the presence of 22 equiv. 

of (S)-CSA acid (15 mM) (turbid green solution; at the top). All vials are irradiated by green 

light laser pointer (532 nm) from right side. 
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Figure 4.3.9. Scattered intensity Is as a function of the scattering vector q for (a) PP8.4 

(wPP = 0.46 wt.%) in D2O at pH ≈ 1.25 ((S)-CSA) and (b) PP22.7 (wPP = 0.43 wt.%) in D2O at 

pH ≈ 1.25 ((S)-CSA) measured at different temperatures. 

 

Additionally, the pD (equivalent of pH in D2O) sensitivity of PP conjugates in D2O 

was confirmed using SAXS technique. Figure 4.3.9 shows the fits of the form factor by the 

models described in the previous section. These models are in a very good agreement with the 

experimental data. PP8.4 and PP22.7 samples were measured in the presence of (S)-CSA, at 

pD ≈ 1.25. The results obtained for acidic pD are qualitatively similar to neutral pD. In PP8.4 

solution at acidic pD at 5 °C prolate spheroids with the dimensions of 6 nm × 6 nm × 18 nm 

and polydispersity 0.15 were formed. Close to the phase separation temperature (25 °C) two 

types of particles were present in the solution: prolate spheroids and spheres. At 55 °C (above 

Tp) spheres with 40 nm in diameter and a rather low polydispersity value of 0.19 were 

detected. Similar structures were obtained for PP22.7 conjugate: prolate spheroids at T < Tp 

(9 nm × 9 nm × 22 nm and polydispersity 0.19) and spheres both at 25 °C and 55 °C 

(above Tp) (86 nm in diameter and polydispersity 0.33). Below Tp, rather comparable sizes of 

prolate spheroids for unprotonated and protonated porphyrin conjugates were observed 

(Figure 4.3.6a,b with Figure 4.3.9a,b). Whereas above Tp, PP conjugates undergo both the 

phase separation and protonation. The sizes of nanostructures grow from 32 nm to 40 nm for 

PP8.4 and from 46 nm to 86 nm for PP22.7. 
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Figure 4.3.10. pD dependence of z-average hydrodynamic diameter (Dz) of PP22.7 

(φPP = 0.01 vol.%) solution in D2O solution at 20 °C and 50 °C. (S)-CSA acid and pyridine 

base were used to set required pD value. 

 

pD dependence of z-average hydrodynamic diameter Dz of PP22.7 at 20 °C and 50 °C 

was measured by DLS (Figure 4.3.10). Below the phase separation temperature (at 20 °C) the 

diameter of PP structures varies only slightly around 18 nm independently of pD value. While 

in the phase-separated solution (at 50 °C) the pD has significant effect on the aggregates 

diameter. At 50 °C and pD > 4 the diameter is about 60 nm, which is consistent with SAXS 

observations. In more acidic conditions at pD < 4 the hydrodynamic diameter starts rise up to 

180 nm. This seems to be associated with protonation of porphyrin units in PP conjugates and 

formation of enlarged globules due to Coulombic repulsion with presumably extra content of 

water molecules within these globular structures. Thus, pD as well as temperature contribute 

to the dimensions of particles formed by PP conjugates. The pD effect seems to be present 

solely due to porphyrin core since there is no known strong effect of pD (or pH) on neat 

PNIPAM in water.  

Besides SAXS and DLS, phase separation and protonation processes were also 

studied by 1H NMR. Figure 4.3.11 shows 1H NMR spectra of PP22.7 in D2O at various pD 

(regulated by (S)-CSA) values below (25 °C) and above (45 °C) the phase separation 

temperature. Narrow peaks from 0.5 to 3 ppm correspond to (S)-CSA and partially overlap 

with PNIPAM resonances. The influence of pD on the phase separation temperature and 

enthalpy change corresponding to phase separation of PP conjugate obtained from NMR are 
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shown in Figure 4.3.12. ∆HNMR of phase separation and Tp of porphyrin-PNIPAM conjugate 

remain almost independent from pD. Previously, Kuckling et al. reported similar behaviour of 

the phase separation temperature of PNIPAM homopolymer at various pH values.110 Hence, 

addition of an acid to the aqueous solution of PP conjugates protonates the porphyrin cores 

but interestingly has no influence on the phase separation temperature.  

 

Figure 4.3.11. pD dependence of 1H NMR of PP22.7 (1.47 vol.%) solution in D2O measured at 

(a) 25 °C and (b) 45 °C. pD was set by the addition of (S)-CSA acid. The value of pD is given 

for each spectrum. 
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Figure 4.3.12. pD dependence of phase separation temperature Tp (red squares) and pD 

dependence of enthalpy changes (back squares) for PP22.7 (φPP = 1.47 vol.%) in D2O as 

obtained from NMR measurements. pD was achieved by the addition of (S)-CSA. 

 

Figure 4.3.13 shows the temperature dependences of phase-separated fraction during 

gradual heating and cooling at pD 7.4 and pD 1.54. For both neutral and acidic pD the 

difference in phase separation temperatures Tp during heating and cooling cycles were about 

0.3 °C. This difference is in the range of experimental error and can be considered as 

insignificant. No notable changes in the width of the phase separation interval during heating 

and cooling cycles or the number of PNIPAM units that participate in phase separation (pmax) 

were observed. In the literature, there are several cases of PNIPAM hysteresis of about 2 °C, 

which was found in high molecular weight (1-10 MDa) PNIPAM homopolymer solutions. 

This hysteresis is attributed to the formation of additional hydrogen bonds formed between 

carbonyl and amide groups in the globular state, which would behave somewhat like a 

crosslinker and making demixing (phase separation upon heating) and mixing (one phase 

formation upon cooling) rather unsymmetrical processes.111-113 The absence of pronounced 

hysteresis of PP conjugate suggests the formation of relatively loose structures with fully 

reversible coil-to-globule transition of PNIPAM side-arms of PP.  
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Figure 4.3.13. Temperature dependences of phase-separated fraction p(T) of PP22.7 

(φPP =1.47  vol.%) in D2O solvent during gradual heating and cooling measured at (a) 

pD = 7.4 and (b) pD = 1.54. Heating/cooling rate was 0.1 °C/min 

 

In conclusion, pH (or pD) responsiveness and aggregation of PP conjugates were 

studied by UV-Vis, SAXS, NMR, DLS and photoluminescence. The PP conjugates form H-

aggregates with high aspect ratio prolate spheroids below Tp. In the presence of an acid 

(below Tp), H-aggregation is slightly suppressed due to repulsion of protonated porphyrin 

cores. Above Tp, in acidic pH larger spherical particles are formed in comparison to neutral 

pH due to repulsion of porphyrin cores and phase separation of PNIPAM chains. Basic pH 

does not influence the size of nanostructures at given temperature. Tp is independent of pH. 

Thus, the addition of an acid protonates the porphyrin core but does not influence the phase 

separation temperature. Phase separation of PP conjugates is fully reversible both in acidic 

and neutral pH.  

 

4.3.3 Co-nonsolvency effect 

 

Apart from phase separation and pH responsivity, the co-nonsolvency effect of PP in 

binary mixture of D2O/MeOH was examined using high resolution NMR spectroscopy. For 

this analysis PP conjugate was dissolved in D2O/MeOD with different volume fractions 

φMeOD of MeOD (ranging from 0 to 1) and also measured at several temperatures (20, 30, 40 
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and 50 °C). Figure 4.3.14 shows phase-separated fraction p(T) of PP22.7 as a function of 

solvent composition φMeOD. The data were obtained from NMR spectra using the method as 

for processing of phase separation of PP in pure D2O (i.e. integration and application of 

equation (6)).  

There are several interesting features in the co-nonsolvency behaviour of PP22.7 

conjugate (Figure 4.3.14). If the MeOD volume fraction is up to 0.2 the PP22.7 solution 

exhibits behaviour typical for LCST, i.e. with increasing temperature the fraction of phase-

separated PP22.7 units p(T) increasing. Above 0.2 MeOD volume fraction the behavior is 

reversed and upon heating the fraction of phase-separated PP22.7 units p(T) decreasing, which 

is typical for upper critical solution temperature (UCST) behaviour. Yamauchi and Maeda 

previously reported the existence of both LCST and UCST behaviour for PNIPAM 

homopolymer in the co-solvent mixture of DMSO/H2O.114 Although, PNIPAM is linked to 

highly hydrophobic porphyrin unit we still observe typical co-nonsolvency effect similar to 

PNIPAM homopolymer in water with both LCST and UCST phase behaviours. 

 

Figure 4.3.14. Dependence of phase-separated fraction p(T) of PP22.7 conjugate (2 mg/mL) on 

binary D2O/MeOD solvent composition φMeOD. The blue-red arrows indicate the direction of 

heating. 

 

The co-nonsolvatic formation of two phases is visible by the naked eye (see photos 

of NMR cuvettes in Figure 4.3.15a). The formation of globular structures can be also 
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observed at microscopic level (see optical micrographs in Figure 4.3.15b). The Figure 4.3.15 

shows the co-nonsolvency at two temperatures 25 °C and 50 °C, below and above the phase 

separation temperature of PP22.7 in neat water. It can be seen that, for example, at 25 °C the 

sample is phase-separated (and forms globular structures) in the solvent composition interval 

0.2 ≤ φMeOH ≤ 0.6, which is depicted by enhanced scattering of laser light or by formation of 

globular structures in optical micrographs (Figure 4.3.15).  

 

 

Figure 4.3.15. (a) Photographs of 5 mm NMR cuvettes containing 0.6 mL of PP22.7 

(φPP = 0.18 vol.%) in D2O/MeOD solution at 25 °C and 50 °C irradiated by green light laser 
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pointer (532 nm). (b) Optical micrographs of PP22.7 (φPP = 0.18 vol.%) in H2O/MeOH 

mixtures at 25 °C and 50 °C. Partially as well as completely phase-separated samples are 

highlighted by (white or black) asterisks. 

 

In addition, the co-nonsolvency of PP22.7 was investigated by DLS at 20 °C and 

50 °C (Figure 4.3.16). The dependence of average hydrodynamic diameter of PP22.7 globules 

on φMeOH has surprisingly almost identical tendency for both temperatures investigated (20 °C 

and 50 °C). The only detectable deviation is at φMeOH = 0 which is also observable in Figure 

4.3.15. The diameter of particles (H-aggregates as identified in previous sections) in non-

separated solutions is around 17 nm, which is in good agreement with results obtained from 

SAXS measurements. This value is quite surprisingly the same as in neat MeOH. The DLS 

analysis further confirms that at 25 °C the phase separation occurs only in the solvent 

composition interval 0.2 ≤ φMeOH ≤ 0.6 (Figure 4.3.16). Within this interval the diameter of 

particles grow monotonically up to about 220 nm (at φMeOH ≈ 0.6) followed by sudden drop 

back to single phase solution with particle size ca. 17 nm for φMeOH ≥ 0.7.  

At constant temperature the change of solvent quality (transition from good to bad 

solvent and vice versa) is responsible for phase separation of PP conjugates. From the 

literature, the co-nonsolvency effect of PNIPAM in methanol/water mixture is caused by the 

competitive hydrogen bonding by water and methanol molecules onto the polymer 

chain.38,115,116 In the standard formulation of co-nonsolvency theory there are three types of 

hydrogen bonding interactions: between PNIPAM–water, PNIPAM–methanol and water–

methanol. If one interaction dominates the other two are relatively suppressed and phase 

separation occurs. The co-nonsolvency effect of PNIPAM is the strongest at 0.35 mole 

fraction of methanol in water, which converted to volume fraction is φMeOH ≈ 0.55, very close 

to the point where the larges PP particles are formed (Figure 4.3.16). At φMeOH ≈ 0.55 the 

interaction between methanol and water molecules is the strongest and in the same time the 

interaction between PNIPAM part of PP with water and methanol become the lowest, which 

results in phase separation. Further increase of φMeOH leads to PP mixing back into solution 

mainly due to increase of PNIPAM–methanol and decrease of water–methanol interactions. 

This is represented by abrupt decrease of particles diameter at φMeOH ≥ 0.7 (Figure 4.3.16).  
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Figure 4.3.16. Dependence of hydrodynamic diameter Dz (z-average) of PP22.7 

(φPP = 0.01 vol.%) on MeOH volume fraction φMeOH in binary H2O/MeOH solvent at 20 °C 

and 50 °C. Gray dashed baseline indicates diameter of particles in non-separated solutions 

(Dz ≈ 17 nm). 

 

In summary, the co-nonsolvency effect was studied by the means of NMR, DLS and 

optical microscope. The PP conjugate shows characteristic polymer property in 

water/methanol mixtures with both LCST and UCST behaviours. At methanol volume 

fraction of around φMeOH = 0.6 the interaction between the two solvent molecules is the 

strongest, thus observed dimensions of PP particles in the phase-separated solution are the 

biggest (ca. 220 nm) due to the strong co-nonsolvency effect which promotes the hydrophobic 

polymer-polymer interactions over the interactions polymer-solvent.   
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Conclusions 

In this work, the phase separation phenomenon of temperature-sensitive polymers 

(PVME and PNIPAM) in the presence of additives (t-BuAM, t-BuOH, t-BuME, t-BuMK) has 

been investigated (chapters 4.1 and 4.2). Additionally, the phase behaviour of star-shaped 

porphyrin-PNIPAM conjugates was studied during variation of temperature, pH and 

composition of binary water/methanol solvent mixtures (chapter 4.3).  

In Chapters 4.1 and 4.2, 1H NMR and time-resolved 1H NMR spin-spin relaxation 

time T2 measurements were used for the characterization of structural changes at the 

molecular level and to determine the behaviour of water and additive molecules during the 

temperature-induced phase separation of PVME and PNIPAM in D2O solutions. In the case of 

both PVME and PNIPAM polymers, concentration has a relatively unimportant effect on 

phase separation temperature Tp while the concentration of the additive has a modest effect on 

Tp. Tp of PVME and PNIPAM is influenced by the properties of additives (i.e. hydrophobicity 

and pKa) and decreases in the following order: t-BuAM > t-BuOH > t-BuME > t-BuMK. This 

behaviour can be attributed to the hydrophobic association of the abovementioned additives 

with the polymer chains. Of the additives used here, t-BuMK has the strongest effect on Tp of 

PVME and PNIPAM with decreases in Tp of ca. 15–20 °C and Tp ca. 10 °C, respectively. 

There is also a notable stabilizing effect of t-BuAM on PVME with an increase in Tp of ca. 2–

4 °C probably being due to the interaction of the NH2 group of t-BuAM with the ether oxygen 

atoms of PVME. Moreover, the additives promote extension of the phase separation 

temperature interval of PNIPAM by up to ca. 5 °C (upon addition of t-BuMK) and of PVME 

by up to ca. 15 °C (upon addition of t-BuMK).  

The dynamics of water and additive molecules below and above the phase separation 

temperature was studied in NMR relaxation experiments. Two different modes of phase 

separation could be identified from spin-spin relaxation time T2 measurements. For the 

PNIPAM system with additives, spin-spin relaxation time T2 measurements revealed that 

water and additive molecules are spatially restricted in the globular structures adopted by the 

polymer chains after phase separation. The presence of additives has a stabilizing effect on 

mesoglobular PNIPAM structures within 3-8 days, depending on the additive. A similar 

stabilizing effect was observed for the PVME system with t-BuAM. In that case, no solvent 

molecules were released over a timescale of 1.5~3 days leaving the thus formed globules 

rather rigid. However, in the presence of t-BuOH or t-BuMK some portion of water and 
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additive molecules were released over time from the resulting PVME globules leading to 

mesoglobules with a sponge-like structure. Therefore, the stabilizing effect is highly 

dependent on the balance of additive-polymer and additive-solvent interactions. 

Chapter 4.3 presents a rigorous study of novel porphyrin-PNIPAM conjugates 

showing temperature, pH and binary solvent composition sensitivity. During phase separation, 

the opacity of the samples is changed from transparent red to turbid red. The temperature-

induced phase separation phenomenon for porphyrin-PNIPAM (PP) conjugates was studied 

by using NMR, DSC and SAXS. We observed that LCST of PP conjugates can be weakly 

affected according to PP concentration while the length of appended PNIPAM chains at the 

periphery of the porphyrin unit has a large effect. This dependence on molecular weight is in 

contrast to that usually observed in LCST polymeric systems (where higher molecular weight 

lowers LCST). Despite the difference in molecular weight of the two conjugates, they both 

form cooperative domains consisting of approximately the same number of monomer units 

and this number is solely dependent on volume (weight) fraction of conjugate in water. 

The aggregation state and its dependence on pH (or equivalently pD in D2O) of PP 

conjugates was studied by means of UV-Vis, SAXS, NMR, DLS and photoluminescence 

spectroscopy. Below the phase separation temperature, PP conjugates form H-aggregates with 

prolate spheroidal shape, while at temperatures above the phase separation spheres are 

formed. In the presence of an acid, aggregation is suppressed slightly because of coulombic 

repulsion of porphyrin cores. Above Tp at acidic pH (< 4), spherical particles up to about 3× 

larger in diameter are formed than at neutral pH due to repulsion of protonated porphyrin 

cores and phase separation of PNIPAM chains. This effect seems to be present solely due to 

porphyrin core since there is no known strong effect of pH on neat PNIPAM in water. 

Basic pH does not influence the dimensions of the nanostructures. Tp was found to be 

nearly independent of pH. Thus, the addition of an acid protonates the porphyrin core but does 

not influence the phase separation temperature. On addition of acid, the samples change 

colour from red to green accompanied by a variation in the geometry of the porphyrin core 

from flat to saddle-like shape. Phase separation of PP conjugates is fully reversible both under 

acidic or neutral pH conditions.  

The co-nonsolvency effect was studied by NMR, DLS and optical microscopy. This 

effect manifests itself macroscopically as a change in turbidity of the solution from 

transparent red to opaque red. PP conjugates show characteristic PNIPAM properties in 
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binary water/methanol mixtures. LCST as well as UCST phase separation behaviour can be 

observed depending on the content of methanol in binary mixture (at constant temperature). 

The interaction between water and methanol molecules is the strongest at 0.6 volume fraction 

of methanol, which in turn leading to a relative suppression of the interactions between PP 

and both solvent molecules and results in formation of large PP aggregates.  
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